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PART A - GENERAL INTRODUCTION

I. BACKGROUND

Development of fiber optic systems is progressing at a rapid rate. These include all

fiber gyroscopes,' sensors, 2 and signal processing systems.3, 4 Some advantages of an all fiber

approach over existing techniques5 are increased sensitivity, flexibility in that arbitrary

geometric configurations are possible, insensitivity to high voltage and electrically noisy

environments due to the dielectric construction of optical fibers, and inherent compatibility

with fiber optic data transmission. Such systems are also compact and lightweight.

Earlier hybrid versions of such systems combined optical fibers with bulk optic com-

ponents such as beamsplitters, polarizers, and phase retardation plates (X/4, X/2, ...etc.).

A problem with systems of this type is that the light must, at various points, leave the

fiber, interact with a bulk optic component, and then couple back into the fiber. This

not only leads to added loss but introduces the additional complexity of alignment of bulk

optic components with each other and with the optical fiber. In order to overcome these

difficulties a variety of fiber optic devices have been developed in parallel with fiber systems.

These new components perform the same functions as their bulk optic counterparts while

allowing the light to remain within the fiber. Of particular interest are: a polarization

controller which makes it possible to achieve an arbitrary polarization state of the light

within the fiber, an evanescent field coupler with a variable coupling coefficient, a polarizer,

and a wavelength multiplexer.

In recent years attention has also been directed toward active fiber components. 6- 0

This emphasis led to the birth of the field of single crystal fiber optics. Single crystal fibers

are grown using the laser - heated pedestal growth method described later in this report.

Laser, electro-optic, and other optical intensity dependent processes may be implemented
in a fiber format using single crystal fibers. Because the optical field is guided a high

optical intensity may be maintained over the entire length of the active material resulting

in higher efficiencies and lower thresholds than would be obtained using unguided versions

of such devices. Another attractive feature of single crystal fiber optic devices is their

inherent geometrical compatibility with standard silica fibers.

Also of interest to the field of fiber optics are high pulse rate optical sources operating

in the near infrared, especially miniature sources whose geometries are compatible with

those of optical fibers. Pulsed fiber lasers are excellent candidates for this purpose. They

may also prove to be very useful devices in the field of optical communication. One method
I



which can be used to obtain short duration (nanosecond) high peak power (10-100 watts)

pulses from lasers is the technique of Q-switching. This widely used technique involves
pumping the gain medium in a laser resonator under a high loss (low cavity Q) condition,
then to quickly switch the cavity Q to a high value to release the stored energy in the
form of a short, intense pulse. This operation can be accomplished very efficiently in fiber

lasers, which can have very low loss cavities and are generally very efficient.

The work reported here is a continuation of the development of single crystal fiber

devices, begun in 1979-1980 with the demonstration of Nd:YAG fiber pulse amplifiers,8 and
continued in 1982-1083 with the study of cw Nd:YAG fiber oscillators.0 During the last

year (1983-1984) two new types of fiber devices have been studied. The first task involved
the experimental demonstration and characterization of cw Nd:YAG fiber lasers operated

at 1.32 pm. The second task comprised a theoretical feasibility study and practical design
of Q-switched crystal fiber lasers operating near 1.06 pm.

II. OBJECTIVES

The objective of this contract was to develop and evaluate breadboard single crystal

fiber optic devices. Two specific types of devices were to be studied. One involved the
demonstration and development of a fiber oscillator operating at X = 1.32 pm. The fibers

w,.mld be pumped with the 0.5145 pim line of an argon ion laser although a dye laser or
laser diode at 808 mn couid also serve as a puflp source if oscillation thresholds in the

fiber lasers proved to be sufficiently low. New methods of fiber processing would also be

explored to produce better quality devices.

The second type of device would be a Q-switched fiber laser emitting high peak power
(100 W) pulses with pulse widths in the nanosecond range. In this phase of the contract,

this study would exclusively t:ake the form of a theoretical study of Q-switching in fiber

lasers including the effects of modal interactions between the laser signal and the pump

field as well as a feasibility study of various schemes to Q-switch a fiber laser.

- Ill. SU MMAIY OF RESULTS

Laser oscillation at. X = 1.32 ;tri was demonstrated in miniature Nd:YAG bulk lasers
un(dor cu, pumping conditions with an argon ion laser operating at X, = 0.5145 prm. In
the best case a slope efficiency of approximately 36(%', was obtained corresponding to a
total round-trip loss of about 1.1,. Since the transmission of the output coupler used was

V(' the internal round-trip loss was actually on the order of 0.1%',. The slope efficiency

2



mentioned here is close to the maximum theoretical value of 39%, given by the ratio of

the signal and pump photon energies.

New fiber arrays were fabricated using a modified version of a technique employed

to construct LOI pm fiber iasers under the previous phase of this contract. In this new

scheme individual fibers were inserted in glass capillary tubes and stacked for polishing

purposes. Improved angular tolerances between the fiber end-faces were achieved with

these arrays, typically better than 14 mrad (0.8).

Individual fiber lasers were alse, constructed using glass capillary tubes with large outer

diameters (about 5 am) and a new epoxy that could be used in vacuum stations for high

temperature (200'(") thin film deposition resulting in good quality AR and mirror coatings

on the fiber ends. Work in this area led to the development of suitable polishing techniques

that produced a very good quality end-face polish on fibers with diameters as small as 40

pr. This is the smallest diameter fiber successfully processed in this manner. Angular

tolerances between the polished end-faces of these fibers are about I mrad, or 0.06*. This

is much better than the result obtained with the arrays because of a better control of the

orientation of the fiber within the polishing jig. It is believed that this method can be

implemented in a straightforward manner to even smaller diameter fibers.

Both cu, and pulsed pumping with an argon laser were used to demonstrate 1.32

pm laser oscillation in both 170 pm and 80 pm diameter Nd:YAG single crystal fibers.

The output obtained using cw pumping was unstable, probably due to thermal effects

in the fiber l.zer cavity caused by the high power pump beam. Pulsed, lower duty cycle

pumping resulted in a very stable output power from the fiber lasers. This allowed accurate

measurements of the output mode profiles from the fibers to be made. The measured values

agreed well with the theoretical predictions for a step index fiber. This indicated that the

laser signal was most probably guided by the stop index profile of the fiber. Estimates

wore made of the effective pump area in these fibers as well as the gain cross-section at

1.32 lim. The average value of the gain cross-section for the 170 Jim fibers is 0.67X 10- 19

cm 2 which is close to the average value measured for miniature bulk lasers (0.68X 10
- 1

cm 2). Gain cross-sections in the 80 pim diameter fibers are also in good agreement with

this value.

The best result obtained for the fiber lasers is a slope efficiency of about 22%. This

indicates that. the total round-trip loss in this lasfer (including the 1% output coupler

transmittance) is about 1.8%C. The absorbed punp p1,ri.r at threshold in this case is

about 12.0 mu'. '[his particular 170 pm diameter fiber %as selected for use in experiments

involving a dye laser system to pump the fiber at Xp = 808 nm. Unfortunately, laser

oscillation was not obtained here, probably because the output power from the dye laser

3



was not sufficiently above threshold to compensate for a possibly improper initial fiber

laser cavity alignment.

A study of the feasibility of Q-switched fiber lasers operating at X = 1.084 pm was

completed. This involved the development of a general theory of the effects of modal

overlap between the pump and signal fields in an optically pumped laser. The normalized

overlap coefficient concept used in the cw laser theory was implemented to cast results in

a simple form. When applied to the case of a fiber laser it showed that a broad range of

fiber core radii (for a given index difference between the core and cladding regions of the

fiber) exists for optimum operation of the device. Peak power predicted for 60 mW of a

0.5145 pm pump coupled into a Nd:YAG fiber is about 240 W with a pulse energy of 0.5

pJ and a pulse width around 4 nsec. For the case of a pump wavelength of 808 nm the

peak power would be about 1 kW and the pulse energy around 2 pJ.

IV. GENERAL PLAN

Work conducted under this program was essentially divided into two parts. The first

parts deals with the experimental and theoretical analysis of Nd:YAG single crystal fiber

lasers emitting radiation at X - 1.32 pm in a single (kwest order) transverse mode. The

second part of this project involved a feasibility study of Q-switched fiber lasers operating

at a wavelength of 1.064 pm.

This report is organized in much the same way as the project. After a general

introduction concerning all aspects of this contract, attention is focussed on the 1.32

pm fiber laser work. Growth of Nd:YAG single crystal fibers and device fabrication are

described first. A discussion of 1.32 pm Nd:YAG miniature bulk lasers is then presented

followed by a description of fiber lasers operating at X - 1.32 pm employing both cw and

pulsed pumping with the 0.5145 pm line of an argon ion pump laser. Attempts at pumping

with a dye laser at XP = 808 nm are also discussed.

A theoretical analysis of both free space and fiber lasers operating at X - 1.32 pm

is included to assess the performance of the laser devices studied here as well as to study

the effects of device and pump beam parameters upon laser characteristics such as slope

efficiency and oscillation threshold.

The next part of the report describes the findings of a feasibility study of Q-switched

laser action in fiber lasers at X = 1.064 pm. A development of a general theoretical

model of modal interactions in optically-pumped Q-switched lasers is presented first. This

theory is then applied to a fiber laser format so that the effects of fiber, pump, and signal

parameters upon Q-switched laser performance could be ascertained and an optimum

4



design selected.

An evaluation of various potential methods to Q-switch a fiber laser is presented. The

relative merits and disadvantages of each method are discussed and recommendations are

made concerning suitable switching schemes.

Finally, a general conclusion summarizes the work performed on both 1.32 pm fiber

lasers and Q-switched 1.064 pm fiber lasers.

PART B - 1.32 pm FIBER LASERS

I. Nd:YAG FIBER LASER FABRICATION

A. FIBER GROWTH

The single crystal fibers used in this work were grown at Stanford University using the

laser - heated pedestal growth technique.' 0 "'1 In the first generation system that produced

Nd:YAG single crystal fibers for 1.064 pm fiber laser work a beam from a C0 2 laser is

split into two parts and then recombined at a common focus.' ° A source rod or fiber is
then driven upward at speed V. into this spot and a molten zone formed at the tip. A

platinum wire or oriented seed crystal is then dipped into the molten bead and also pulled

upward at a rate V1 different than that of the parent rod. The diameter df of the new

fiber is determined by mass conservation and obeys the relation

df -- (V d, (1)

where d. is the diameter of the source rod. Diameter variations in the best fibers grown

on this station were typically on the order of 5%, for fiber diameters of 80-250 pm. It is

believed that part of these variations is due to (1) nonuniformity in the motor speeds, (2)

a nonuniform heating of the molten zone due to the manner in which the laser beams are
inc ident upon the source rod, and (3) mechanical vibrations in the motor driven stages.

The second generation growth station, developed under other auspices by Prof. R. B. Byer

and co-workers,t1 sought to overcome these difficulties with a number of improvements.

This system uses a 15 W C0 2 waveguide laser as the heat source for the growth process
because of its high power stability. In addition, an external CdTe electro-optic modulator

(EOM) is used to compensate for power fluctuations in the laser. The beam from the laser
4impinges onto a refraxicon which transforms it into a ring of light with a half Gaussian

A,5



cross-section. This ring is then focussed onto the parent, rod by gold coated parabolic

reflectors. In this way the tip of the source rod is illuminated from all directions by the

incident radiation resulting in a uniform heating of the molten zone. Frequency-locked

motors and belt drives are used to translate the source rod and fiber upward at their

respective velocities to obtain the desired diameter reduction. A visible (0.6328 pm) HeNe

laser is aligned coaxially with the invisible 10.6 pm output from the C0 2 laser to facilitate

the alignment of the optics used in the station. The growth system also features a large

controlled atmosphere chamber and motor speed controllers.

Initial growth now typically involves using a 350-500 pm diameter parent circular

rod. Typical diameter reductions are in the range of 2-4:1 as it was shown that it provides

the greatest growth stability. 12 A few iterations of the growth process are thus required to

obtain fibers with diameters below 100 pm of interest for optical device applications. Since

fiber growth rates are on the order of millimeters per minute, small diameter fibers (< 100

pm) can be grown several centimeters in length within a few hours. Materials that have

been grown in the past 2j years include neodynium yttrium aluminum garnet (Nd:YAG),

yttrium iron garnet (YIG), sapphire (A120 3), lithium niobate (LiNbOA), and gadolinium

molybdium oxide (GMO).

The best diameter variations obtained so far are on the order of 1%. It is expected

that these fibers should exhibit lower guided propagation loss than the fibers used in earlier

phases of this work. Loss measurements in a 15 cm long, 170 pm diameter ruby fiber,

conducted under another program, indicated a propagation loss of about 0.05 dB/cm, even

though the spectrum of excited guided modes was quite broad. An even lower propagation

loss coefficient may be expected for the fundamental fiber mode. This figure demonstrates

the possibility of low loss propagation in crystal fibers with good diameter control.

Until a year ago, the smallest fiber diameter obtained was approximately 50 pm with

excellent diameter control (better than 1% in the best cases). Fibers of Nd:YAG were

also grown with diameters on the order of 30 pmn, but they showed significant diameter

fluetuations. More recently, Nd:YAG and ruby fibers were grown at the Center for

Materials Research (CMR) at Stanford University with diameters on the order of 5 pmn.

These fibers were grown from 100-200 pm diameter fibers in a single step, i.e., under high

diameter reduction conditions. Because the fiber grown is then much smaller than the

transverse size of the molten zone, this techniqut' is more closely related to a Czochralski

growth than to an edge-defined growth. Fiber growth is therefore somewhat less stable,

and a more frequent manual control of the growth parameters is required to limit fiber

diameter fluctuations. The 5 pm fibers, in lengths of up to 10-15 mm, currently exhibit 5-

20% diameter variations. Lower diameter fluctuations are expected with active feedback,
6



although the present samples are definitely adequate for initial optical characterization

measurements. Such fibers will allow (a) higher optical intensities over the length of the

fiber, leading to more efficient devices; (b) a reduction of the maximum number of guided

fiber modes. By cladding these tibers with an adequate material using techniques now

available, devices may soon be developed which are inherently single transverse mode.

Fibers with diameters of approximately 170, 80, 70, and 40 Pm were grown on the

second generation fiber growth station for use in the present contract.

B. FIBIER PROCESSING

1. Arrays With Capillary Tubes

A total of 6 new fiber arrays were fabricated for the purpose of 1.32 pm laser evalua-

tion, labeled #17 thru #22. The steps involved in their fabrication are detailed in this

section.

Fiber array #17 was fabricated using fibers with diameters of approximately 170 pm.

The construction of this array employed a slightly modified version of the procedure which

had been used under the previous phase of this contract for the development of 1.064

* pm fiber lasers. In the past. several Nd:YAG single crystal fibers were placed in a slot

which had been cut into the side of a cylinder of Nd.YAG, then fixed into place using

epoxy or wax. The cylindrical mounting jig was made of the same material as the fibers so

that a flatter polish could be obtained over the entire end-face of a fiber. This approach

appeared to work well and yielded fairly good fiber ends. However, because of their small

size compared to the width of the slot, the fibers generally aligned themselves in a staggered

fashion in the slot, and not all were aligned parallel to the axis of the polishing jig. Such an

alignment, however, is crucial for the purpose of polishing the fiber end-faces perpendicular

to the fiber axis, and producing low loss lasers.

An additional step in the fabrication process has been implemented for fiber array

#17 which provides for better alignment of the fibers within the slot. In this scheme each

individual fiber is fastened into a glass capillary tube with epoxy. Several such capillary

tubes are then placed into the slot in the mounting jig and held with either epoxy or

wax. The procedure is illustrated in Figure 1. The slot is cut in a direction parallel to

the outside walls of the mounting jig (which are used as references during polishing) to a

good accuracy. By choosing a good fit between the outer diameter of the fiber and the

inner diameter of the capillary tube on one hand, and between the outer diameter of the

capillary tube and the width of the slot on the other hand (which can be adjusted with

7
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Figure 1 - Schematic Representation of Polishing Jig with
Nd:YAG Fibers held in Glass Capillary Tubes.
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aluminum foil shims), and carefully layering the capillary tubes inside the slot, all of the

fibers are expected to lie nearly parallel to the side walls of the jig after mounting. Using

the jig walls as references to polish the fiber ends should then yield fiber ends which are

close to being perpendicular to the fiber axis.

This method also facilitates the construction of individual fiber lasers because the

fibers may be removed from the mounting jig upon completion of the polishing of their

end-faces and still be protected by the glass capillary tubes. These tubes also make it

much easier to handle individual fiber samples. In order to remove the fibers from the jig
it is necessary to either use wax to hold the glass tubes in place within the slot or an epoxy

which is dissolved by chemicals or processes which do not affect the epoxy used to hold

the fibers within the capillary tubes themselves. Once the fibers have been removed from

the jig they may be used as lasers by coating their end-faces with anti-reflection coatings

(for use with external mirrors) or with high reflection dielectric coatings to form a laser

with internal mirrors.

Fiber array #17 consists of five 170 pm diameter, 9 mm long fibers held in glass

capillary tubes with epoxy as described above. The inner and outer diameters of the

capillary tubes are 210 pm and 700 pm, respectively, while the width of the slot is

approximately 790 pm. These tolerances indicate that the angle between the reference

sides of the jig and each individual fiber does not exceed (+4) 14mrad, or O.

The mounting jig used for this array has a rectangular cross-section instead of the

usual cylindrical geometry. This is not as convenient for the purpose of providing reference
surfaces for polishing but was selected since cylindrical jigs were not immediately available.

The end-faces were polished to within 4 minutes of each other and then AR-coated for

1.319 pm with about 2390 A of MgF2.

Upon completion of the polishing and coating steps the end-faces of the array were

inspected using an optical microscope. The quality of polish appeared to be quite good

for one side of the array with no surface scratches observed but not quite as good for

the other side of the array where some chipping remained on the perimeters of some of

the fibers. The fibers were fairly well centered within the capillary tubes with the tubes

themselves aligned one directly above another within the slot instead of the staggered

pattern observed in previous fiber arrays. Under reflected light the Nd:YAG jig and the

end-faces of the fibers were observed to have a uniform blue tint due to the AR-coating

while the glass capillary tube appeared beige and the epoxy brown. A photograph of

an end-face of fiber #17-4 (the fourth fiber from the bottom of the slot in array #17)

is presented in Figure 2. We observed a uniform color over the fiber end-faces, which

indicates that (1) the AR-coating is adhering well to the surface in a uniform fashion and
9



Figure 2 - Polished End-Face of Nd:YAG Fiber #17-4 mounted
in Glass Capillary Tube with Epoxy.
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all the way to the very edge of the fiber, and (2) the optical behavior of the coating is

identical for the fiber and the bulk Nd:YAG crystal. This means that it may be possible

to deposit multilayer mirror dielectric coatings directly onto the fiber end-faces yielding a

self-contained device. In order to obtain the best coating adherence it is usually necessary

to heat the substrate during the vacuum deposition. This is not possible with most epoxies

because they normally out-gas but may be accomplished using a new epoxy described in

Part 2 below.

A second array of Nd:YAG single crystal fibers (array #18) was constructed in the

same manner as the previous array with the exception that a cylindrical Nd:YAG jig

was used. Four fibers with diameters of approximately 80 pm were inserted (with epoxy)

into glass capillary tubes with inner diameters of about 140 pm. Some residual chipping

was observed around the perimeters of the polished end-faces of the fibers in array #18

although the central portion of a given end-face appeared to be free of pits or scratches.

This is where most of the energy of the optical (signal) field is expected to reside for a

large index difference between the fiber core and the surrounding epoxy. The length of

this array is 9.5 mm, roughly the same as that of array #17.

2. High Temperature Epoxy

Another new feature used in more recent fiber processing work is an epoxy which does

not out-gas at elevated temperatures because it does not contain thinners or solvents. Thus

it may be used in vacuum stations for high temperature film deposition, a process which

yields much better film-to-substrate adhesion than the cold deposition technique employed

so far. This makes it possible to deposit good quality AR coatings, and even possibly HR
coatings directly onto the fiber end-faces for monolithic fiber laser applications. The epoxy

is EPO-TEK I-77.14 It is temperature cured using a schedule of 30 minutes at 150°C or

1 hour at 120°C. Tests conducted at NASA's Goddard Space Flight Center13 showed that

there was less than 1% total mass loss for this epoxy when subjected to a temperature of

125°C in a vacuum chamber at 10-8 torr for a period of 24 hours. The manufacturer has

also stated that this epoxy was placed in a vacuum chamber at 500°C for 10 hours with

no problems.

3. Individual Fiber Lasers

Thick walled capillary tubes were used to construct four individual devices (labeled

fibers #19 - #22). These low cost glass capillary tubes have outer diameters on the order

4".
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of 5-6 mm and inner diameters available in increments or 0.001 inch starting from 0.001

inch. Smaller diameter capillary tubes, as well as other non-standard sizes, may also be

obtained as custom orders at a higher price. Several tubes were ordered and received with

inner diameters of 0.001, 0.002, 0.003, and 0.004 inches. They were obtained in lengths

of about I foot from which four sections, each approximately 1 cm in length, were cut

and used in the fabrication of the new devices. These latest devices employed the recently

obtained EPO-TEK H77 epoxy for the first time.

Fiber #19 consists of a 70 pm diameter fiber epoxied into a 0.003 inch (76 pm)

diameter capillary tube. Introduction of the epoxy into the space between the inner wall of

the capillary tube and the fiber by capillary action appeared to be a difficult proposition

because of the viscosity of the epoxy. However, two methods turned out to be successful.

Using the first method, epoxy was inserted at both ends of the tube by placing a bead of

epoxy on the end and then momentarily heating it with a torch. The sample was then left

on a hot plate at the required temperature for curing. This method allowed enough epoxy

to enter from the ends to permit grinding and polishing of the end-faces of the fiber to

proceed. Polishing the end-faces with 6 pm lap produced chipped end-faces, a difficulty

previously encountered in polishing smaller diameter Nd:YAG fibers. After repeated trials

with different size laps it was decided to try to use pitch in the final stages of polishing.

Good quality end-faces were obtained in this manner.

Fibers #20-22 were constructed using a second method in which a hole was drilled into

the side of the capillary tube midway along the length and the epoxy forced through this

hole with a syringe until it arrived at the ends of the tube. This proved to be much easier

and faster than the first method. The fibers used in these three devices were approximately

40,pm in diameter while the capillary tubes had an inner diameter of about 0.002 in (51

pm). Angular tolerances (between the polished faces) of about I mrad can be obtained in

this way over a 1 cm length. Better tolerances can be obtained by simply using capillary

tubes whose inner diameters are better matched to those of the fibers or, alternatively, by

growing fibers with diameters that will just fit inside available capillary tubes.

The 40 pm diameter fibers are the smallest Nd:YAG fibers to be successfully processed

as described above although the method may be extended to allow even smaller diameter

fibers to be processed in the same way. There was no time left on the current contract to

place coatings on the end-faces of these new devices but no major problems are expected.

UI. MODAL OVERLAP THEORY IN 1.32 prn LASERS

A. INTRODUCTION

12



Once the cavity and pump beam parameters of a fiber laser have been specified,

experimental values of the slope efficiency and laser threshold may be used in conjunction

with theoretical expressions for these quantities to estimate both the loss in the laser cavity

* and the gain cross-section. These quantities are useful for rating the overall performance

of both unguided and fiber laser devices. In order to do so, a modal overlap theory in

fiber lasers was previously developed,9" 5 which is briefly reviewed in this section. We refer

the reader to References 9 and 15 for further details on the derivation of the following

expressions. Numerical applications study the case of Nd:YAG, for which it is assumed

that o, = 0.67 X 10-19 cm 2 and the fluorescent: lifetime rf = 236 psec. The material

refractive index is taken to be 1.813 at X = 1.319 pr, 1.845 at X = 0.5145 pm, and 1.8243

at X = 0.808 pm.

B. REVIEW OF GENERAL THEORY OF MODAL OVERLAPS IN LASERS

An efficient four level laser system such as Nd:YAG may be modeled as a two level

system where the population inversion density n(z, y, z), the pumping rate per unit volume

r(x, y, z), and the photon density of the ith transverse mode si(x, y, z) are related by

dn(x, y, z) n(X, y, z) Con( (2)
dt 0yf n1 =---(

d - 0 ff[ n(x, y, z)s*(x, y, z)dv - ebn S i

d t 0 I  J .Ivty 21n (3)

where a steady state is assumed. Here Tj is the fluorescence lifetime, 0 is the gain cross-

section, c is the velocity of light in free space, and nt is the index of refraction of the laser

material. Total round-trip cavity loss for the ith transverse signal mode is represented by

i6 and I is the length of the optical cavity. The total number of photons in the ith mode,

Si, is found by integrating the photon density of the mode over the entire cavity.

Equations (2) and (3) can be combined to eliminate n(x, y, z) and yield an expression

relating the total number of signal photons Si in the ith mode and the pumping rate R.

obtained by integrating the pumping rate distribution over the volume of the laser medium:

Ji(S,S 2 , - .. , Si) - Ia|)21trrf B

In Equation (4) Jj(S, $ 2, ... , Sin) is an overlap integral between the ith cavity mode

and the pump distribution which also includes the effects of saturation due to the presence

of all signal modes which may be oscillating. It is given by
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"- f soj(x, y, z) ro(x, y, z)
J). S ,f= f dv (5)

...,*. Jt 1 + - I=l S 80,i(X. Y' Z)

where so,i(x, y, z) and r0(x, y. z) are the normalized distribution functions for the ith signal

mode and the pump, respectively, defined by

si~x. Y, z) = Si so,;(X, y, z) (6)

N.

r(x, y, z) = Rro(xy, z) (7)

E quation ro(x, y, z) dv f f j so,x, y, z) dv (8)

Equation (5) actually represents a system of in equations (for in cavity modes) which
must be solved simultaneously for a given pumping rate to obtain the pump threshold
power and conversion efficiency of each signal mode. For the case of a single mode it can
be shown that the absorbed pump power at threshold is given by

"P:" hvp 6, 1Pth = (9)
O-rf 21 J(0)

where

SJ 1(0) =J 1(0, 0, ) =ffj soI(x, y, z) ro(x, y, z) dv (10)

Here h is Planck's constant and vp is the optical frequency of the pump so that hvp
represents the pump photon energy. Equation (9) can also be written in terms of an
effective pump area A; as

hv' 6,

"'::"i . . .Pth - " Ap (1

A. (12)P 1.1a(0)

It is convenient to introduce th filling factor l,.,p here. It is defined as

. f (fiber case) (13)
*1 -

.'.1...
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-Iip

AP t (unguided case) (14)

where (v,,p.) and (vppp) characterize the signal and pump modes, respectively. Here A p

is the average pump mode area in the unguided case and A! is the area of the fiber in

the fiber case. These filling factors entirely characterize the degree of overlap of two given

modes within a laser cavity. As it is primarily a function of the fiber V-number only, it

can be conveniently tabulated. For example, for a single-mode fundamental pump and

signal fiber laser with a V-number larger than about 15, Foo0 = 2 - 2.1. The threshold is

approximately half of what it would be in a plane wave situation.

When the overlap between the pump and signal modes is good and the laser is

operating far above threshold the slope efficiency of the laser is independent of the modal

overlap. It is given by0 '15

Po"t T1 hv,
(ie Pabe - Pth) - ap61 hi/p

where T, is the transmission of the output coupler, qp is the fraction of the pump energy

contained within the active region of the laser medium, which is equal to unity for a free

space laser, and q. is given by 9 "15

Qa 1- exp(-a) (16)

where a'is the effective pump absorption coefficient obtained by multiplying the plane

wave absorption coefficient by the fraction of the pump power contained within the active

region of the waveguide. For the case of a free space laser it is convenient to reference the

slope efficiency to the absorbed pump power so that Equation (15) applies with q, = 1.

The slope efficiency in a fiber laser is referenced to the incident pump power because fiber

parameters such as the V - number also affect the amount of pump power that is ,bsorbed

by the device. This effect should be taken into account for a proper fiber laser design.

C. FREE SPACE LASERS

1. Introduction

The case of an unguided laser is considered here. Both the pump and the laser signal

are assumed to propagate as lowest order (fundamental) circular Gaussian beams with

15



spot sizes given by u,(z) and w,(z), respectively. The radius of a Gaussian beam varies on

either side of its waist as

w e it w t iw 2 {z) - w0{1 + w'oo (17)

where w0 is the waist, z0 is the waist location, Xo is the wavelength in vacuum, and no is

the index of refraction of the laser crystal at Xo. The pump and signal beams are assumed

to be coaxial and propagating along the z-axis of the resonator (longitudinal direction).

The average of the square of the radius of such a Gaussian beam in a laser crystal of length

I is given by

U2 w2(z) dz (18)

The effective pump area (Equations (10) and (12)) can be approximated by replacing

w2(z) by its average value Vi2 for both the pump and signal modes, respectively. The result

obtained for lowest order pump and signal modes is then' 1 s

where W and W2 are the average radii squared for the pump and signal beam, respectively.

The pump waist is assumed to be located at zo = 1/2. The effective pump area A; is

lowest when -and I are minimum. The choice of cavity parameters imposes ? while
-2w depends upon the way the pump beam is focussed.

For a symmetric laser resonator (RI =RI2 = R) the waist radius of the signal beam

is found from' 6 , 7

j..,::'z 2kO )d'(2R

Wo'= ( - d') (20)
2i

where Xo is the lasing wavelength in free space, R is the radius of curvature of the laser

mirrors, and d' is the effective cavity length given by

d' = d- (I- 1 (21)
no)

Here d is the mirror separation and I is the length of the laser crystal. A laser resonator

formed by placing an 8 mm long crystal of Nd:YAG between mirrors that are separated

by 9 mm (with nYAG = 1.813 at X = 1.319 pm) has an effective length of 5.4 mm which

yields a waist radius wo = 82.5 pm located at the center of the resonator for a symmetric

cavity employing 10 cm radius of curvature mirrors.
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The mean square pump beam waist radius 2p, computed from Equations (17) and

(18), is

tV1~~ + ( p2 )](22)

and can be shown to be minimized when the waist radius takes the optimum value of

wO,p,op = V -no ) (23)

In the following computer simulations, A; wa' calculated from its exact expression

(Equations 10 and 12) rather than its approximate form (Equation 19). The spatial
distributions for the pump and the signal that were used for these computations are given

by:

800(X,Y, Z) = 2 1 -x 2( X2 + yi2) (24)

2 + a.II -2(X2 + y2)roo1(XY, Z) eXp -p(z + )]e(z + ) (25)r1- J -pI ()2W2Z

where ap is the absorption coefficient for the laser material at the pump wavelength, I is
I. the length of the laser material, and d is the distance between the laser cavity mirrors.

2. Threshold Pump Power

, "A plot of threshold pump power versus the waist of the pump beam (assumed to be

located at the center of the resonator) is presented in Figure 3. This curve assumes a total
round-trip loss of 1.5%. The laser cavity is taken to be symmetric with 10 cm radius of
curvature mirrors. The length of the Nd:YAG crystal is 8 mm, placed between mirrors

that are separated by 9 mm. Numerical integration was used to obtain A;. A similar

curve (Figure 3) is obtained for XP = 808 rim where the absorption coefficient of Nd:YAG
i- about 4 cm - 1 .

It is evident that a very broad minimum exists for the threshold pump power. This
minimum is fairly low - in the range of 10-20 mW and flat for values of the pump waist
in the range of 5-40 pm. This broad minimum arises from the fact that wop << w,*

over the range plotted in Figure 3, so that A; ---- is nearly constant over a wide
range (see Equation 19). Note that in this configuration, the signal waist radius w, is

17
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not optimum (w0 ,, = 82.5 pm while w,.0 ,,pt = 43.5 pm, as given by Equation 23); the
threshold would be about four times lower than indicated in Figure 3 with a proper choice
of mirror curvature.

3. Slope Efficiency

Plots of the slope efficiency referred to absorbed pump power (Equation (15)) are
presented in Figure 4 for pump wavelengths of 0.5145 pm and 808 nm as a function of
the total round-trip loss. When the total round-trip loss 6 is equal to the transmission of
the output coupler (here, 1%) the highest possible slope efficiency is obtained, given by
the ratio of signal and pump photon energies. This maximum is 39% for XP = 0.5145 pm
and 61% for XP = 808 nm.

4. Summary

The theory of modal overlaps in lasers has been applied to the case of a free space
laser operating at X = 1.32 pm. Theoretical predictions indicate that a pump waist radius
in the range of 5-50 pm should yield a minimum threshold power level. Values closer to 5
pm will yield better results in principle but in practice there should not be any noticeable

difference until the pump waist radius is increased past about 50 pm. This work will allow
the proper selection of a lens for mode matching the pump beam to the laser signal field

in the miniature laser cavity for the experimental portion of this contract.

The slope efficiency that one can expect to obtain from these devices depends upon
the internal loss of the laser. Device performance can be assessed, however, by relating

measured values of the slope efficiency to the analytical expressions presented here to
determine the loss in the cavity.

D. FIBER LASERS

1. Introduction

Assuming a step index fiber configuration with an active core and a passive cladding
the laser modes in the core region are given by 18

C .o J(,..r) cos2 u6O (26)
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with the normalization constant Co equal to

( f a2 I\( K 2

Co e,. T I + (27)

where e,,. = 2 for v, = 0 and 1 otherwise. In Equations (26) and (27) a is the fiber core

radius and 3v.,. is the propagation constant for the z-direction which is related to Kv.p.

and -v.p,. by

Kjv.p - (f orek 2 - /vp.) (28)

= 02.Pe - t..ic d)2 (29)

The modes described above are designated LP,.,. (linearly polarized) modes and are

valid for a small index difference between the core and the cladding regions, in which case

they are approximately linearly polarized in the transverse plane (small z-component). The

propagation constant f.*. is found from the eigenvalue equation

[ JV+I(I,,,,a)] i [s H,.+,(.A) (30)

The pump field is represented likewise. A slight variation in the expression for

the pump field results from absorption at the pump wavelength. Since the total pump

absorption is large, in a longitudinal optical pumping configuration this effect cannot be

ignored. Thus the pump field is represented by

f 1o2v,
rv.jC(r, ,, z) C, exp -(a, + a.)z JP,(.,,r) cos2 VP (31)0 ~sin2 P

where

(', f(ia2  
____p

o', - --ev2(aa + -- exp -(a. + a.)] I J,+j,,,,,a)J,, -IK,,,a) I +

(32)

and e, - 2 for vp = 0 and 1 otherwise. Expressions analogous to Equations (28) - (30)

are used to determine K,,,,,, and , for the pump mode.

Some predictions are now made concerning the expected behavior of fiber lasers

operating at X = 1.32 pm versus fiber diameter and core/cladding index difference.
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Calculations were performed assuming an 8 mm length of fiber, b - 5%, and an output
coupler transmission of 1%. LPI mode profiles are assumed for both the pump and signal
modes. An optimum design will then be chosen for future device fabrication.

2. Threshold Pump Power

The dependence of the incident pump power at threshold versus fiber core radius is
shown in Figure 5 for a pump wavelength of 0.5145 pm and Figure 6 for Xp = 808 nm.
The general trend of the curves shows that the incident threshold pump power is infinite at
a core radiuq of zero and decreases to some minimum value as the core radius is increased.
This is because in very small fibers almost all of the pump power is present in the passive
cladding region. As the core radius is increased most of the pump power is contained in
the core region. which is active, the effective pump area is still relatively small, and the

threshold is reduced. For larger core radii the threshold depends upon the area of the
core and thus increases quadratically with the core radius. The minimum threshold for
argon laser pumping is about 0.5 mnW occurring at a core radius of about 2.5 pm for an
index difference of 0.010 (V = 2.26). Decreasing the index difference to 0.005 doubles
the minimum threshold pump power and shifts it slightly to a core radius of about 3.5

,pm corresponding to about the same V number (V = 2.24). Even lower thresholds are
obtained with a pump wavelength of 808 ,am. A minimum threshold of about 0.15 mW
(core radius = 3 pm) is predicted for an index difference of 0.010 (V = 2.72) compared
to 0.3 mW (core radius - 4.5 pmo) for an index difference of 0.005, or a V of about 2.88.

3. Slope Efficiency

Slope efficiency versus core radius is shown in Figures 7 and 8 for the two pump
wavelengths of interest. The slope efficiency starts at 0 for a core radius equal to 0 and
then quickly approaches a constant value as the core radius is increased. This is because
the slope efficiency depends upon the fiber parameters through the fraction of pump power
contained in the active (core) region. At small values of the core radius most of the pump
and signal power extend into the passive cladding of the waveguide, resulting in a poorer
interaction. As the core radius is increased the amount of pump power contained in the
core approaches unity. The slope efficiency then depends upon the ratio of the signal
to pump photon energies and the ratio of the output coupler transmission to the total
round-trip cavity loss. These asymptotic values of the slope efficiencies are about 3% for
XP 0.5145 pm and 12% for 808 nm for the example presented here. For argon laser
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pumping the slope efficiency is lower because (1) the fraction of absorbed pump power at
this wavelength is lower and (2) the pump wavelength is also lower.

4. Summary

'C; The slope efficiency is fairly constant for values of the core radius greater than about
* 5 /pn (V , 3). This is close to the region of inherently single mode operation of the

waveguide. Slopes of 5-10% can be reasonably expected.

Threshold pump power coupled into the fiber is in the sub-milliwatt range for an
-ptimum V - number of about 2.2 for =p - 0.5145 /im and about 2.8 for 808 nm pumping.

A s the V - number is decreased below the optimum value the threshold pump power
increases rapidly. As it is increased above this value the threshold pump power increases
quadratically with the fiber core radius.

In summary, a fiber with a V-number of 2-3 is optimum for 1.32 pn Nd:YAG fiber
la.,er operation. This means that the best device performance is expected for waveguides
that are close to being single mode.

RV. ARGON LASER PUIPED Nd:YAG LASERS

A. MINIATIrRE BUTLK LASERS

1. Laser Cavity

Laser mirrors and a small Nd:YAG crystal, described in Part 3a of this section, were
placed together to form a laser resonator (see Figure 9). Each laser mirror was held
by a gymbol mount which provided for tilt adjustment using micrometers and a lever

arm action. Each gymbal mount was attached to an orthogonally aligned pair of linear
translation stages which made it possible to position the mirror horizontally, as well as
longitudinally. This allowed for a greater flexibility in cavity alignment over the setup

used for 1.064 pn laser work. The laser crystal holder was attached to an X-y positioner
which is used to position the crystal in the pump beam. All of the translation stages were
attached to a solid block of aluminum for better mechanical stability.

Curved mirrors (R = 10 cm) were obtained from an outside manufacturer for use
in the 1.32 pin miniature bulk laser experiments. One mirror was a high reflector (HR)

while the other was a 1 0 output coupler. Mirror transmission at the pump wavelengths
of 0 51,15 pm and 0.808 pm should be greater than 75%, typically 95%, according to the
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manufacturer. Transmission at 0.5145 pm was experimentally determined to be 86% and

94% for the high reflector and output coupler, respectively.

2. Experimental Arrangement

A schematic of the experimental arrangement is given in Figure 10. The 5145 A line

of an argon ion laser was directed longitudinally into the laser cavity through the high

reflector using a lens for mode matching purposes. The pump power was monitored by

diverting a portion of the pump beam into a calibrated EG&G large area silicon detector

via a beamsplitter (microscope slide). No filter was required here to block the 1.32 pm

radiation from the Nd:YAG laser since silicon does not respond to this wavelength. Most

of the 1.32 1'rn energy was passed through the beamsplitter and impinged onto a large

area (1 cm2 ) germanium detector. A neutral density filter was placed in front of the

detector to attenuate the 1.32 pm laser beani and avoid saturating the detector. The

pump beam was eliminated using a color filter. The transmission of the filters and the

beam splitter at both pump and signal wavelengths was calibrated using a Perkin Elmer

model ,330 spectrophotometer. The Fresnel reflection (X = 0.5145 pm) at each Nd:YAG

crystal end-face was determined to be about 13%. Knowledge of the transmission of these

optical elements along with the pump beam absorption coefficient for Nd:YAG (.6 cm- 1)

yielded a fairly accurate estimate of the absorbed pump power.

The germanium detector was calibrated for 1.32 pm by measuring its response at

1.06-1 /Im using a commercial Nd:YAG laser. The actual power at 1.064 Pm was measured

with a calibrated EGk-G detector. The output current from the germanium detector was

multiplied by a factor of I in order to obtain the desired calibration at 1.32 Jim. This

factor was determined by comparing the relative response of germanium at 1.32 PM and

at 1.064 tim, available in the literature.l9

3. Laser Measurements

a. Laser Crystals

A total of three small crystals of Nd:YAG, labelled #1 through #3, were prepared

for laser evaluation. These crystals, approximately 2X2X8 mm were polished with their

end-faces parallel to each other. The surface flatness was better than 1, in all cases. These

samples were anti-reflection (Al?) coated for normal incidence at X = 1.319 Pm with a

single layer of MgF 2 (index of refraction ; 1.38) approximately 2390 A thick. Theoretical
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calculations indicate that Fresnel reflection losses at 1.319 pn should be limited to less

than 0.1% per end-face resulting in a contribution to the total round-trip laser cavity loss

of less than 0.4%. The coating reflectivity at the pump wavelengths of 0.5145 pn and

0.808 pm was expected to be on the order of 5%. The actual reflectivity at 0.5145 pm

'as experimentally determined to be closer to 13% for crystal #1. This was measured by

slightly tilting (.- 40) an AR coated crystal with respect to a probe beam and measuring

the incident and reflected power with a silicon detector.

The absorption coefficient for laer crystal #3 was measured to be 0.45 cm- t , which

is the same value obtained for crystal #2 and close to that of laser crystal #1. This is

not surprising since all three crystals were obtained from the same Nd:YAG boule. The

lower value of the absorption coefficient compared to the expected 0.6 cm - t means that

the concentration of Nd ions in these samples may be slightly lower than the standard 1%

level.

b. Laser Characterization

Laser oscillation at, 1.32 pm was successfully demonstrated with all three miniature

bulk laser crystals. A plot of output power versus absorbed pump power is presented
in Figure 11 for crystal #1. The threshold occurred at about 27.2 mW of absorbed

pump power (61 in11' incident to the laser crystal) while the slope efficiency (referred to
j absorbed pump power) was determined to be 18.8% using a linear regression algorithmn

(the threshold data point was not used in the slope efficiency calculation because of the

ambiguity involved in determining precisely when the onset of lasing occurs). A parameter

known as the coefficient of determination indicates the quality of the curve fit achieved

by the regression. This parameter may vary between 0 and 1.00 with values close to 1.00

indicating a better fit than values close to zero. In this case the coefficient of determination

is 0.098 which shows that the data is highly linear, as expected. The waist of the pump

)eam was calculated to be approximately 17.4 pm and was obtained using a 9.8 cm focal

length lens. Note that this waist radius is in the range of optimum operation as shown in

Part. c2 of Section 111.

A set of data was also taken with a 17.2 cm focal length lens (32.8 pm waist. radius),

as shown in Figure 11. The absorbed pump power at threshold was 42.9 mW while the

measured slope efliciency was 23.4%. A value of 0.099 for the coefficient of determination

indicates again the excellent linearity of the response.

Crystal #2 yielded the best results with a threshold of approximately 10.4 mW of

absorbed pump power, and a slope efficiency of 36'-% which is close to the maximum
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Table 1.

Summary of Results for Bulk Lasers

_ C _rystal wp(pm) w,(pm) 8 . 6Znenred IPlheas(mW) ,infcrred(CM22
1 17.4 83.4 0.1880 0.021 i 27.2 0.78X10- 1

1 32.8 83.4 0.2344 0.017 _ 42.9 0.42 X 10-

2 174 79.5 0.3604 0.011 19.4 0.53_ X_0 - 1
_

3 17.4 79.5 0.1485 0.026 [ 24.8 0.98X 10- 19

theoretical value of 39% in the limit of zero internal cavity loss (See Equation (15)). The

high slope efficiency of this laser indicates a very low internal round-trip loss of about

0.1%. The total cavity length in this case was shortened to 8.0 mm from the 9.0 mm

length used with crystal #1 which slightly decreased the signal waist in the 7.5 mm long

crystal to 79.5 pm. The waist of the pump beam was 17.4 pm. A plot of the laser output
power versus absorbed pump power is given in Figure 12.

Crystal #3 was also tested using the same parameters for the cavity and pump beam

as for laser crystal #2. The data indicate a threshold of 24.8 mW absorbed by the crystal

b and a slope efficiency of 14.9% which infers an internal loss of about 2.6%- 1.0% = 1.6%
for the cavity.

c. Interpretation

The results obtained for these miniature bulk lasers have been summarized in Table

1. Estimats of the laser gain cross-section at 1.32 pm based upon these measurements
are also listed in the table. These estimates were calculated by first deducing the total
round-trip loss from the measured slope efficiency (Equation (15)) and then using this value

of the cavity loss along with the measured threshold pump power to determine o' (Equation

(11)). The effect ive pump area ,4 used in these calculations was estimated using Equation

(10). The average value of these estimates is a = 0.68X10 - 19 cm 2 . It should be noted

that any error made in the estimate of the absorbed pump power affects the threshold

pump power and the total cavity loss in the same way so that this effect cancels itself in
the expression for threshold pump power (Equation (11)) which is used to determine the

, ,gain cross-section.

B. FIBER LASERS
33
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1. CW Argon Pumping

a. Experimental Procedure

Reflection coefficients for the coated end-faces of array #17 at the pump wavelength

of 0.5145 pm were measured with the same procedure described in Part 3a of Section IV

for miniature bulk lasers and found to be approximately 7.5% per end-face. Fiber array

#17 was then placed in the laser cavity shown in Figure ), for laser evaluation. Laser

experiments were begun using the arrangement depicted in Figure 10. An argon laser

operating at 0.5145 pm served as the pump source.

The pump beam was aligned through a fiber by observing the output of the fiber on

a distant screen after first passing through a short focal length collimating lens placed
near the fiber. Placing another short focal length lens on the input side of the fiber to

expand the beam incident to the array produced a magnified image of the fibers and the

slot on the screen. By moving this lens in and out of the path of the argon laser beam one

could determine which fiber the pump beam was passing through and also if it was passing

through unobstructed. All of the fibers appeared to transmit the pump beam reasonably

well. Since the pump beam waist was about 17.4 pm (obtained using a 0.8 cm focal length

lens), with a Rayleigh range of approximately 3.4 mm in Nd:YAG, the beam radius at
either end-face of a fiber in this array should have been about 26 pm if the waist was

located at the center of the fiber lengthwise. Thus, the pump beam could fit within the
170 pm diameter fibers without experiencing any guidance effect from the fibers.

To test the AR-coatings the array was displaced so that the pump beam passed through

the Nd:YAG mounting jig to form a miniature bulk laser. Laser oscillation was easily

achieved in the bulk with reasonable thresholds in the range of about 50 mW of absorbed

pump power indicating adequate coatings.

After first aligning the tilt of the fiber so that the back reflection of the pump beam

from the input face of the array was directed along the incident beam, the fiber was
positioned transversely in the pump beam to obtain the best output spot from the fiber.

This was done at low pump power levels in order to avoid burning the epoxy. The mirrors

were then brought to within 500 pm of the end-faces of the fiber. With the argon pump

power set at a minimum (so that the argon laser is near threshold) the back (IR) mirror

:4: of the fiber laser cavity was adjusted so that the reflected pump beam from this mirror

was feeding back into the argon laser cavity. This always resulted in a slight enhancement
of the argon laser output power. The pump power was then increased to well past the

expected threshold value and the output coupler mirror adjusted until laser oscillation was
35
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obtained.

b. Laser Measurements

Initial efforts to observe laser ,scillation at 1.319 pm in the fibers of this array consisted

of cu, pumping a fiber with incident pump powers up to 750 rnW. In order to avoid burning

the epoxy, the argon laser bean) was first aligned through a fiber at a low power level and

then slowly increased. For preliminary tests the laser cavity employed the same 10 cm

radius of curvature laser mirrors that were used for the miniature bulk lasers, with an

output coupler transmittance of VC., The mirrors were placed as close as possible to the

ends of the array resulting in a 10 rnm mirror separation.

Pulsed pumping was also attempted. In the pulsed pumping a chopper was used to

proN ide a pulsed pump beam Ahich allowed higher peak pump powers on the order of 1.5

W to be used, while maintaining an average power of about 750 mW to avoid damage to

the fiber and/or coatings. The chopper frequency was about 2 kHz with a 50% duty cycle.

No laser action was observed in any of the fibers in either case. A calculation of the

signal waist diameter (for an unguided device) showed that it was approximately equal to

that of the fiber (170 pim), so that the signal probably experienced additional loss from

aperturing by the fiber. On thf, other hand, if the signal propagated as a guided mode of

the fiber it would have had a spot size of about 110 pm in diameter. A 10 cm radius of

curvature mirror placed approximately 500 jim from the end of such a fiber would support

a free space mode with a waist of 110 pm diameter located at the fiber end-face, so that

laser action could have been possible in principle but was not observed.

The curved laser mirrors wsere then abandoned in favor of flat laser mirrors. This

led to our first successful demonstration of a fiber laser operating at 1.319 pm. In this

configuration the transmission of the flat output coupler was 1% while the other fiat mirror

was a high reflector. Fabrication of the flat laser mirrors was accomplished by deposition of

multilayer dielectric coatings onto a 1/2 mm glass etalon. This was done as a custom order

by an outside manufacturer. The mirrors were mounted on a 0.5 inch diameter aluminum

cylinder with glue. The cylinder was then placed into the same mirror gimbal assembly
that was used for the curved mirrors. A 1 mm diameter hole bored through the center of

the aluminum cylinder provided passage for the pump and signal beams. Measurements

showed that the pump beam transmission was about 66% for the output coupler and 71%

for the high reflector. It should be noted that these values were much lower than those

obtained for the curved mirrors.

Laser oscillation at X = 1.310 pm was first achieved in fiber #17-4. A plot of the laser
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output power versus pump power is presented in Figure 13. The estimated absorbed pump

power at threshold was, 92.5 nAW, corresponding to approximately 240 mW input into
the fiber. Linear regression indicates a slope efficiency of 1.5% with respect to absorbed

pump power and reasonably good linearity of the data. Total cavity loss, inferred from

the slope efficiency, is 61 = .26. The output power from the fiber laser was observed to
vary slowly in time (on the order of a few seconds) for a fixed pump power level. This
was found to be due to thermal effects from the high incident pump power required to

obtain laser oscillation in the fiber. The data points shown in Figure 13 were obtained by

momentarily increasing the pump power to some value above the threshold and noting the

Aoutput power from the fiber laser before decreasing the pump power back to a minimum
level. The interval between individual data points for this case was about 1 minute.

A set of data, presented in Figure 14, was taken without any rest interval between

data points. No significant change was observed (the increased threshold was probably

due to a less than optimal cavity alignment).

Laser oscillation was also obtained in fiber #17-3 with approximately the same
threshold level. Unfortunately, the stability of the output power was not good enough
to allow data to be taken. No laser oscillation was obtained in any of the other three fibers

in the array using cw pumping.

c. Interpretation

Table 2 lists the various measured and calculated laser parameters obtained from the

measurements described in the previous section. In order to estimate the gain cross-section,
the effective pump area A; was first determined using Equation (19). The pump beam was

assumed to be unguided with a waist radius of 17.4 jm or an average waist radius of
= 32 pm and the average signal waist radius was taken to be that of the guided (LP 1 )

signal mode (Vi; = 59 pm). This approach yields a value of A; = 6.9 X 10- 5 cm2, and

1.55X 10- 1g cm 2 for the cross-section. This value of a should be viewed as an upper bound
on the cross-section. Since it is a factor of two larger than the value of a measured in bulk

Nd:YAG 1.32 pim lasers (ab.1k,ave = 068 X 10- 19 cm 2 ), it suggests that the signal waist is

* actually smaller than that of the LPO1 mode, and that another guiding mechanism may be

present, as was observed in earlier work with 1.064 pm fiber lasers.9

Iere it is noted that much lower threshold pump power levels were also obtained, on
the order of 50 mW absorbed, but the cavity alignment was not stable. These transient
observations were consistent with a cavity loss of approximately 14% round-trip indicating
that at least 45 of the round-trip laser cavity losses listed in Table 2 was attributable
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Table 2.

*Summary of Results for Fiber #17-4

Afree ntLlrred - .A(crn,) T Pth,meaB(mW) Iainferred(Cm2 )

0.0126 0'310 f 1.094X10- 4 j 111.0_ 1.41X10 -

1 -, 10.0152 0.257 1.094X10- 4  02.5 1.41 XI0 - 1

_ 5 -0.0128 0.305 1.094X 10 - 1 114.8 13 10_.......

to a less than optimum cavity alignment. Output power levels of over 5 mW were also

obtained but the power level would quickly drop due to thermal effects in the laser cavity.

2. Pulsed Argon Pumping

a. Experimental Procedure

After repeated experiments with fiber array #17 using a ew argon ion laser pump
source (X = 0.5145 pm) it was no longer possible to achieve laser oscillation in any of the

fibers of the array. Also, it was observed that the quality of the pump beam output from

,.e fibers had considerably degraded. Optical microscope inspection of the fiber end-faces

revealed that the AR coatings were partially removed, probably as a result of an improper

r- . :manipulation.

The remainder of the coatings was then removed using a new procedure which involves

a gentle scrubbing of the end-faces of the fibers with a Q-tip coated with tin oxide. This

process takes only a few minutes (as opposed to hours of re-polishing as was done before)

and does not appear to have any effect upon the state of polish of the fiber ends. The
en.-faces of the array were then cleaned using ethyl alchohol and lens paper, and new

AR coatings deposited. A check of the transmission of the pump beam through the

samples showed that the quality of the new coatings was quite good. Their measured
power reflection coefficients at the pump wavelength were found to be close to 1%. This
is much lower than in previous cases (7-20%) for both the fibers and the miniature bulk

lasers ind slightly lower than the theoretically calculated value of approximately 4%.

The original set of flat laser mirrors were also visually examined and found to contain

spots in the coatings, probably caused by the high optical intensities used in testing
the devices. Another possibility is that the glue used to hold the mirrors in place may

have creeped onto the coated surfaces when subjected to temperature increases caused by

absorbed optical power.

40
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A new set of flat laser mirrors were selected. Each of the new mirrors transmit about

87. 1%, of the pump beam. This is much higher than the transmission of the first set of flat

laser mirrors (71% for the 11R mirror, 66 7 for the 0C) which is below the range of 75%-

93 for X = 0.5145 ptm specified by the manufacturer. This discrepancy was unexpected

since all mirrors of a particular reflectivity were cut from the same glass etalon It may be

due to a non-uniformity of the particle flux during deposition of the multilayer dielectric

coatings onto the etalon. Mirrors selected from the perimeter of the etalon could then

exhibit slightly different characteristics than mirrors taken from the central portion.

Upon completion of its reprocessing, fiber array #17 was placed into the current laser

cavity along with the new set of mirrors. A chopper was added to the experimental set-up

(before the focusing lens, see Figure 10) to reduce the duty cycle and thermal effects. The

pulse width was about 0.315 mser and the pulse repetition frequency 70.4 Hz (14.2 msec

period) which corresponds to a duty cycle of about 2.2%. The maximum average pump

power delivered to the fibers was thus restricted to 24.2 mW (at the 1.1 W maximum cw

output power then available from the argon laser).

Alignment of the sample and back (HR) mirror was accomplished first under cw

conditions at low pump power in the usual way. The chopper was then turned on and

the argon laser output power increased close to its maximum level of 1.1 W. Adjustment

of the output coupler orientation quickly led to laser oscillation, first in fiber #17-4, and

'then in all four of the other fibers of the array. Unlike earlier work with cw pumped 1.32

p li fiber lasers the output from the pulsed fiber lasers was very stable. This is believed

to be due to the better quality optical components (coatings, mirrors) and much lower

average pump power in the pulsed case reducing thermal effects in the laser cavity.

b. Laser Measurements

Plots of the output power versus pump power for fibers 17-3 and 17-4 are shown in

Figures 15 and 16, respectively. The results of the pulsed experiments are much better

than those obtained previously under cw pumping conditions. Measured slope efficiencies

are in the range of 5-6% as opposed to 1.5% obtained earlier with cw pumping. The

absorbed pump power at threshold is 10.6 mW for fiber #17-3 and 44.7 mW for fiber

#17-4, an improverient over the best previous cw measurement (50 mW but unstable).

Measurements of the absorption coefficients of the other three fibers of fiber array

#17 were completed, allowing the analysis of data taken from these fibers to proceed. The

measured values are slightly lower than the absorption coefficients for fibers #17-3 and

#17-.. They are listed in Table 3 along with data from fiber array #18. Although fibers
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Table 3.

Measured Absorption Coefficients and Growth Rates

__ Fiber a _ (c-) __ Growth Rate(mm/ in

_"_ 17-1 0.46 1 1/2
_ _ 17-2 ... . .. . 0. 441/2.. ..... _,/

17-4 0.5 4 1/4

.,17-5 0.49
18-2 0.51

L - 18-4 
0.51 _ ...

#17-4 and #17-5 were grown at a slower speed than the other three fibers in the array,
their absorption coefficients do not appear to be distinctly different from those of the other

fibers. The fiber lasers of array #17 were taken from the best sections of a longer fiber.

Since the Nd ion concentration varies as the fiber is being grown a given section of the
fiber is expected to have a slightly different Nd ion concentration than another section.

Table 4 summarizes the results obtained with fiber lasers from arrays #17 and #18.

Threshold pump power for the fibers of array #17 ranged between 12 mW and 50 mW.

Slope efficiencies varied from 4.9% for fiber #17-3 to 22.1% for fiber #17-1. Figure
17 shows a plot of the power output curve for fiber #17-1, which yielded the best 1.32

pm fiber laser. The absorbed pump power at threshold was about 12.0 mW. The slope

efficiency was 22%, less than a factor of two below the optimum value for .5145 pm
* pumping. The maximum recorded output power was in excess of 20 mW, more than

twice the previous maximum output power observed in fiber lasers. This data leads to

an estimate of 0.47 X 10
- 10 c, 2 for the gain cross-section compared to an average value

of about 0.67X 10
- 1g cm 2 for the entire array. This is in excellent agreement with the

average value of a = 0.68 X 10
- 19 cm 2 measured in bulk 1.32 pm Nd:YAG lasers. The

effective pump area A used in the calculations for the cross-section was calculated using

measured values of the signal mode radius (see Part c).

Laser action was obtained in two of the four fibers of array #18 (fiber diameter

80 pm). Only diffuse scattered pump light was observed at the output of the other two

fibers, possibly due to a break in the fiber or poor crystal quality. The best result, plotted

in Figure 18, was obtained using fiber #18-4. The measured slope efficiency in this case

is just below 2%, about a factor of 3 better than that obtained using fiber #18-2. The
lower values of 4; obtained for this array compensated for the higher loss and resulted
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Table 4.

Summary of Results for Arrays #17 and #18

F7iberY~ -, ,,d A (cm 2 ) - T1'th,,s(mV) 'in. erred(cm 2 )

17-1 L_0.2211 ]. 0.01S 3.945-X-O 1 - 12.0 0.47X10- 1

17-2 -0.086- 0.0- 3.558X 10 -- 19.8 0.66X 10 -
17 3 o o 1 1 0 7 .. .... ... ........ _ - -

17-3 0.0191 0 0. 7 --- 4.324X10-5  19.6 1.43X10 9- l

17-4 00- 6. 0.070 3.771X 10- ' -. 44.7 0.48X 10- 1

17-5 00701 o056 3.220X10"--5 47.3 0.31XI0 - 1 l
18-2 0 0062 0 629_ .350X 10- ' 1 32.3 2.1X10- 19

0.01 0 0.217 ._1..271X1_ 5 1 29.5 0.77X10 - 9

ri rolatively louw punp lpo ter thresholds on the order of 30 mW absorbed for both fibers.

\ value of a - 0 77 X 10- 19 cm 2 was obtained for fiber #18-4 and a larger value of

'2. 10 -1g rm 2 for fiber #18-2.

Transvro,, Mlne Profiles

The inerensed stabilily obtained under pulsed pumping conditions allowed the signal

output mode proliles from the fiber lasers to be measured. A 50 pm monochrometer slit

was placed in front of a large area (1 cm 2 ) Ge detector which was scanned across the

signal output spot at a distance of approximately 9 inches from the fiber output end. Both

vertical and horizontal scans were conducted at full pump power.

Representative traces from fiber #17-1 are shown in Figures 19 and 20. In all cases

only a single (lowest order) transverse mode was observed, even at full pump power. This
was expected on the grounds of gain and loss competition, as observed in earlier work

on 1.064 pm fiber lasers.9 The modes look clean and symmetrical, possessing the near-

Gaussian shape that one would expect. Also, there was very little astigmatism present
(the residual astigmatism is probably due to measurement error). These results indicate

that good coupling into a single mode fiber can be expected.

Table 5 contains a listing of the results of the scans of all five fibers of the array, as

well as an estimate of A;. The signal waist radii at the fiber output plane were calculated

from the measured spot sizes. They are typically 42-50 pm. This is lower than, yet in

good agreement with, the theoretical value of 54 pm for a 170 pm diameter fiber. A was

calculated using Equation (19), a pump waist radius of 17.4 pm ( - 32 pm), and the

a" rage radius from the horizontal and vertical measurements.
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Table 5.

Fiber Laser Mode Waist Sizes

Fiber # wp(pm) wo,ho,4pm) wo,,er(pm) 4;wo,,(pm) A,(cm 2)

17-1 17.4 46.0 48.0 47.0 3.945 X 10- 5

17-2 17.4 42.5 46.0 44.3 3.558 X 10- 5

17-3 17.4 45.0 54.0 49.5 4.324 X 10- 5

17-4 17.4 45.5 46.0 45.8 3.771 X 10- 5

17-5 17.4 41.0 42.5 41.8 3.220X 10- 1

18-2 17.4 23.6 23.6 23.6 1.350 X 10- 5

18-4 17.4 23.0 22.0 22.5 1.271 X 10- 1

Signal mode profiles from the fibers of array #18 showed that the beam waist radius

at the fiber output plane is about 23 pm and very symmetrical about the fiber axis (see

Table 5). This is in good agreement with the theoretical value of about 26 pm expected

for an 80 pm diameter fiber. The average value of A; is about 1.311 X 10- 5 cm 2, almost

a factor of 3 smaller than the average of A; = 3.764 X 10- 5 cm 2 for fiber array #17.

d. Loss Calculations

Total round-trip loss (T = 1%) was found to be higher for the 80 pm diameter fibers

than for the 170 pm fibers. Fiber #18-4 had the lowest loss factor 61 of approximately

0.22 while fiber #18-2 had a very high loss factor of about 0.63. The loss is actually given

by 1 - e- 61 so that the actual losses were 20% for fiber #18-4 and 47% for fiber #18-2.

The losses in these fibers may actually be somewhat lower due to an overestimation of the

absorbed pump power. Because of residual defects on the fiber end-faces it is possible that

some scattering of the pump beam may have occurred at the input end-face. Scattering

losses due to the smaller diameter fibers could also have affected the estimate of amount

of pump power absorbed by the fiber and thus the slope efficiency of the laser from which

the loss is inferred. The Rayleigh range for the 80 pm diameter fiber lasers was about

zR = 1.26 mm, which is smaller than the fiber length by a factor of 7. This shows that

the signal was guided by the fiber in this case. The higher losses observed therefore resulted

from scattering of the signal at the surface of the fiber. In constrast, the Rayleigh range

for the 170 pm fiber lase,. .is about 5 mm (w = 46 pm). Thus, an unguided Gaussian

beam of this radius could have fit inside the fiber without being apertured (by the fiber)

and therefore experienced lower loss.
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Table 6.

Scattering Loss Coefficients

a Fiber _ - )
17-1 0.004

- 17-2 0.019
17-3 0.038

17-4 0.033

S 17-5 0.026

S 18-2 0.325

18-4 0.100

e. Comparison With 1.064 pm Fiber Lasers

Estimates of the scattering loss coefficent a, of the fibers of arrays #17 and #18 have

been inferred from the loss factor 61 obtained from the laser measurements. These values

are listed in Table 6. They should be viewed as an upper bound on a,.

It is interesting to compare the results described here for 1.32 pm fiber lasers to those

obtained in an earlier phase of this contract for 1.064 pm fiber lasersY For guided devices

(array #18) the lowest loss factor was a. = 0.109 cm- 1 , obtained for fiber #18-4. This
can be compared to a loss coefficient of 0.40 cm - 1 for an 80 pm diameter fiber used in the

1.064 pm laser experiments.0 It should be stressed, however, that there is too little data in

the guided case for a fair comparison. More data exists for unguided devices. For the latter
case Table 7 lists loss coefficients for 7.8 mnm long, 100 pm diameter fibers used in the 1.064

pr work 9 (array #1). This yields an average value of 0.18 cm - ' compared to an average

of 0.024 cm- 1 for array #17. It appears that the fibers used in the recent 1.32 pm laser

work exhibit a lower loss than fibers used previously to make 1.064 pjm lasers. The newer

fibers were grown on the second generation growth station and had much better diameter

control than the other fibers which were grown on the original fiber grower. This indicates

the importance of the better diameter control obtained with the new growth station.

V. DYE LASER PUMPING

A. COHERENT DYE LASER SYSTEM

Because of its relatively high output power at 808 nm (compared to a laser diode) a
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Table 7.

Scattering Loss For 1.064 pm Fiber Lasers
.-- Fiber__ - -__crn - 1 )

_

__- 1-1 0.022

1-2 0.004

1-3 0.144

__.1-4_ .... 0.017
_- -0.030

1-7 0.641

-.. . .. 1-8 F ___ 0.052

1-8 ............ . .... ... .. 0 .364

_ 1-10 0.074

1-11 0.324

dye laser was selected for initial characterization of 1.32 pm fiber lasers pumped at this

wavelength. The dye laser was a Coherent Model 590 Dye Laser System. The basic design

was a three mirror, non-collinearly pumped, astigmatically compensated cavity. Pump

. light from a cw laser was focussed onto the dye stream by a pump mirror. The dye stream

consisted of a high viscosity solvent (usually ethyleneglycol) with an organic dye solution

at a concentration of 10- 4 t~o 10- 3 molar. Wavelength selection was accomplished with

a birefringent tuning element which consists of three flat and parallel crystalline quartz

plates placed inside the dye laser cavity at. Brewster's angle (the plates form a birefringent

filter which has low loss for linearly polarized light, at a particular wavelength).

B. EXPERI.MENTAL ARRANGEMENT

Fiber #17-1 had the lowest threshold of all of the fibers in both arrays. It was therefore

selected for tests using a ov dye laser tuned to a wavelength of 808 rim. Measurements

showed that the puInp beam transmission through the flat laser mirrors was about 85%

for either mirror. The reflection coefficient of the coated Nd:YAG substrate at the pump

%%,,,length was determined to be approximately 7.5%. The output. from the dye laser was

about 50 mlW at X = 808 nm which was strong enough to be seen without any viewing

device, as the laser beam appears red to the eye at this wavelength. This simplified matters

somewhat but an [? -viewer was still required to perform precise alignments.

Mirrors were used to direct the pump beam through the laser cavity and fiber #17-1.
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Because the argon laser was used to pump the dye laser at X, = 0.5145 pm it was not

possible to achieve laser oscillation first with the argon laser. Instead, the fiber and laser

cavity were aligned as usual with the aid of an IR viewer. This proved to be quite easy. A

fairly clean pump output spot was obtained from the fiber although some diffraction rings

were observed. The amount of pump power coupled into the fiber was estimated to be about

20 mW. Virtually all .f this was absorbed because of the strong absorption coefficient of

Nd:YAG at 808 nm, believed to be about 4 cm - 1. A measurement of the transmission of

the pump beam through fiber #17-1 indicated that the absorption coefficient was actually

about 5.8 cr - . This estimate is probably high due to scattering of the pump beam by

the fiber but it is of no consequence since almost all of the pump beam is absorbed for such

large absorption coefficients. From previous work at 0.5145 pm the absorbed pump power

at threshold for the new pump wavelength was expected to be about 8 mW. This estimate

was made by using the best threshold obtained at 0.5145 pm (12.0 mW) and scaling the

pump wavelength (the threshold varies as the inverse of the pump wavelength, Equation

( )).

C. DISCUSSION

Repeated attempts to obtain laser oscillation in fiber #17-1 were unsuccessful. It is

believed that the pump power level was not sufficient to allow an easy alignment of the

fiber laser cavity. In past experience with fiber lasers pumped at XP = 0.5145 pm, low

thresholds were obtained only after further cavity alignment performed once laser action

had been obtained at a higher pump power level. The output power from the dye laser

could probably be increased to about 100 mW by servicing the argon laser. Unfortunately,

no time was left under the current contract to perform the necessary adjustments and

continue the testing.

PART C - THEORETICAL ANALYSIS AND

DESIGN OF Q-SWITCHED FIBER LASERS

1. MODAL OV'ERLAP THEORY OF Q-SWITCHED LASERS

A. GENERAL THEORY

Implementation of a Q-switching scheme in a fiber laser should be preceded by an
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investigation of the effects of the spatial overlap between the signal mode in the cavity

and the profile of the population inversion in the gain medium. A very broad theory is

presented here which is applicable to unguided as well as waveguide lasers. Since the width

of the Q-switched pulse is on the order of nanoseconds the effects of optical pumping

and the relaxation of the population inversion are neglected during the emission of the

output pulse. The switching time between high and low values of the cavity loss is taken

to be negligible. Assuming some general spatial distribution for the population inversion

n(x, y, z) the cavity equations of motion may be written as9 .15,20

dn(x,y,z) _s(x,y,z)n(zyZ) (33)

dt nt j.,

dS c n(x, y, z) si(x, y, z) d - -ni S (34)

dt ni ctit;e medium 2n3

where c is the velocity of light in free space, a is the gain cross-section for stimulated

emission, nl is the index of refraction of the laser medium and I is the optical cavity

length. Here si(x, y, z) is the photon distribution function for the ith signal mode and 6j is

) the total round-trip loss for the ith mode. The total number of photons in the cavity for

the ith mode Si is found by integrating ai(x, y, z) over the volume of the resonator.

At this point it is convenient to introduce the normalized spatial distribution functions

no(x, y, z) and so~i(x, y, z) for the population inversion and the signal mode, respectively.

They are defined by

n(x, y, z) =n no(z, y, z) (35)

sdx(z Y, z) = Si soAX, y, z) (36)

where

f sodx, y, z) dv =ff !tivemedium ,o0, y, z) dv 1 (37)

Substituting Equation (35) into Equation (33) and then integrating over the active

volume of the cavity yields

"dn cc mi
d = -c active medium Sj(Z, y, z) no(x, y, z) dv (38)

j=1

Interchanging summation and integration in Equation (38) results in
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dn= -- n fr y, z) n(xz) dv (39)
dt nJ ative medium

A parameter Fj is now defined which takes into account the spatial overlap between

the jth cavity mode and the profile of the population inversion in the laser medium. It is

given by

F J f f fti,, .eaim o,1(x, y, z) no(x, y, z) dv (40)

The overlap integral F described in this work may be related to a filling factor F,.p.L,, ,

as defined earlier (see Section II-B in Part B)

f- (41)1Ay

where Af is the cross-sectional area of the active region of the fiber.

Equations (34) and (39) then become:

dS, _ co, C&dt; = -nFS,- '" s. (42)dt -- nt 21hi

dn c m rFjS;. (43)

Next Equation (42) is divided by Equation (43) to eliminate explicit time dependence. This

leads to

dSj 6, 1 Si F Si (44)
dn 21, 'E FiS n ET-i FSj

The population inversion at threshold nt,j for the ith transverse mode is defined as

the inversion required to reach threshold in the cw case with the cavity loss equal to the

high-Q value of 6j:

ntn,i = 
(45)

where no is the threshold inversion for the plane wave case given byJ7,21

no 6i (46)
21r
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Equation (44) may now be rewritten in a much more simple and understandable form with

the aid of Equation (45):

-- , ~ ~~~dsi -- -jl j jS i  n
'

dn LFS n)

For the case of a single mode oscillating, Equation (47) reduces to

n ' -(48)

This last result is identical to that which would be obtained in a standard analysis

of Q-switching involving an interaction of plane waves. 21 The spatial overlap between the

signal mode and the profile of the population inversion in the laser material merely affects

the value of the threshold inversion for the case of a single mode. The solution of the more

general Equation (47) is:

Si
'5i S i'.+ j d,5 = [nt,iln - -(n - nin)] (49)

.:? -, Si nin

The initial number of photons in the cavity for the i t h transverse mode is given by Siin

while nin represents the initial population inversion at the beginning of the Q-switched

output pulse. Assuming Si,i, is negligible (compared to Si) allows one to write Equation

(49) as

Si

Fi7n j dS- nt,iln n _ (n - nin) (50)

K Equations (50) actually comprise a system of equations for i = 1, 2, ..., m which must

be solved simultaneously. This can be done using numerical methods. The solutions to

Equation (50) give the relationship between the number of photons in a given transverse

mode 5i and the inversion n at any moment in time.

B. SINGLE MODE CASE

1. Output Power

With only a single spatial mode present (Sj-- 0 for j 3 i) Equation (50) reduces to
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Si t1fln -n- - (n - (51
L in

At the end of the Q-switched pulse the photon density is once again zero. The final

inversion nf can be found by setting Si = 0 in Equation (51) which results in

nf nf - nin)-- = exp (52)

Equation (52) may also be obtained by setting S, = 0 in the more general expression of

Equation (50). Equation (52) can be solved graphically or numerically for '-2- as a function

of __ This is done in Figure 21 where it should be noted that the threshold inversion is

a function of the spatial overlap parameter Fi. The fraction of energy originally stored in

the inversion is .n,. the so-called energy utilization factor. As nin increases to values

much higher than n, the final population inversion nf is driven down to virtually zero and

the energy utilization factor increases to near unity value.

The instantaneous output power is found from 2O

I', = Shv.( 21) (53)

here T, is the output coupler transmittance. For the case of a single transverse mode laser

the equation governing the dependence of the output power on the population inversion is

found using Equations (51) and (53):

2InnPi =- nv, 2 nt,iIn - _-(n -nin) (54)
( T2n nin

2. Maximum Output Power

The maximum output power is found by setting dP = 0 in Equation (54). This shows

that the maximunm output is obtained when n = nt,i. Using this result in Equation (54)

gives the following expression for the maximum output power:

= ( TM ft,i (5
P,max hv ), nti In - - (nt,j -ni) (55)

(2:)) nin I

It has been possible to put all of the results for the single mode case into forms

.: equivalent to those obtained in a plane wave analysis. 21 The only difference is that the

threshold inversion nt is now replaced by & where F is the overlap between the profile of
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the population inversion and the signal mode. Also, note that, in general, the total cavity

loss is different for each transverse mode.

3. Pulse Energy

The total energy in the output pulse may be obtained by integrating the instantaneous

power Pi over time from the beginning to the end of the pulse.

E, = Pidt -- Pi dn (56)

where da is given by Equation (43) for the single mode case expressed in terms of output

power instead of photon number:

dn _ 21 I (57)

Substituting Equation (57) into Equation (56) and performing the integration over n

results in the following expression for the output pulse energy:

( T 1 "(/w.'j in n
-j=(,)I , in (58)

Equation (58) may be rewritten in a form that is more convenient for physical inter-

pretation with the aid of Equations (45), (46), and (52):

E = Thv(n, - nf) (59)

The energy in the output pulse is proportional to the difference between the initial and
final population inversions, the photon energy at the signal wavelength, and the ratio of

the transmittance of the output coupler to the total round-trip loss.

A. Pulse Width

Assuming a triangular approximation to model the pulse shape, the pulse width Ati

:- may now be defined as17 ,21

2Ei 60

Using Equations (55) and (59) allows Equation (60) to be written as
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A = (4Il, 'nin - nf (61)
At -- ) nt'i In - (n,,i nin)

or, in terms of the photon lifetime rc - 21nl/c6i in the cavity

nlin - fl/

Ati = 2, nin - n (62)nt,jIln -, (nt,,i- n;)

The pulse width is found to be a complicated function of the overlap between the
spatial distributions of the population inversion and the laser signal through the threshold

inversion. It is also a function of the initial and final population inversions. Varying the

device, signal, and pump beam parameters will thus affect the width of the output pulse.

5. Initial Population Inversion

The initial population inversion, ni,, at the beginning of the output pulse may be
related to the pump power by use of the laser rate equations referenced from Section E[ of

Part A of this report. During the off state when optical pumping is populating the upper
4 laser level the cavity loss is high and laser oscillation is suppressed. This means that the

photon number, Si, and the rate of change of the photon number are equal to zero. The

rate equations then yield the following expression relating the population inversion and
%', the pumping rate luring the off state

dn(x, Y. z, 1) =(r r(i, ,Z "( , 1) (63)
dt T/

where r(x, y, z) is the spatial distribution of the pump beam. Normalized distribution

functions for the population inversion and the pump field may be defined as

- n(x, y, z, t) nit) no(x, y, z) (64)

r(--, y, z) --R ro(x, y, z) (65)

where

I f noIryz)dv=Jf f ro(xy,z)dv=1 (66)

Here it is assumed that the profile of the population inversion follows the mode profile of
the pump mode so that no(x, y, z) and ro(. y, z) have identical distributions.
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NSubstituting L.4uations (64) - (66) into Equation (63) and integrating over the cavity

yields

dnt) _R n(t) (67)

dTf

The solution of this equation, expressed in terms of absorbed pump power rather than

photon pumping rate, is

"'° = 1()= n( ( - )Pb, (68)

where Atp = t2 - tl is the time interval during the off state when optical pumping is

S.. % occuring, n(tj) is the population inversion at time tj when pumping is initiated, n(h2) is

the population inversion at time t2 which corresponds to the onset of laser action, and
! R---- .

For Atp > > rf (-r is approximately 236 ps for Nd:YAG), Equation (68) reduces to

! nin = -L P~b. (69)
khvp)()

In cases where the active medium does not extend over the entire waveguide (as for a step

m.V index fiber with an active core and a passive cladding) the absorbed pump power depends

upon fiber and pump beam parameters. Then it is better to express the initial population

inversion in terms of the pump power Pin, coupled into the fiber at the input. Equation

(60) then becomes

n r = ' [I - exp(-a'1)] Pin, (70)

where a' is the effective pump absorption coefficient which is simply the plane wave
absorption coefficient multiplied by the fraction of the pump power contained within the

active region of the waveguide.

C. Q-SWITCHED FIBER LASERS

1. Fiber Laser Configuration

The theory derived above will now be applied to a fiber waveguide laser. A step

index profile is assumed for the fiber laser, with the active (laser) material comprising

the fiber core while the cladding is passive. Thus only the interactions of the laser signal
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modes in the core region of the fiber are important for modal overlap calculations with the
spatial profile of the population inversion (pump beam modes). A standard weakly guiding

approximation is made for the fiber so that the L modes described in Section il of Part

A are used to represent the pump and signal distributions. All numerical examples treat
the case of a fiber core made of Nd:YAG, with indices of refraction of about 1.819 at the

signal wavelength (1.064 pm) and 1.845 at the pump wavelength (0.5145 pm). LP01 mode

profiles are assumed for both the signal and the pump modes. The fluorescence lifetime of
Nd:YAG is 236 is while the gain cross-section at 1.064 pm is approximately 3.2 X 10- 11
cm 2

2. Behavior of Population Inversions

Plots of the variation of the initial, final, and threshold population inversions are shown

in Figures 22 and 23 for pump wavelengths of 0.5145 pm and 808 nm, respectively. Laser

action is possible only when the initial population inversion is greater than that required

- for threshold. This occurs for a broad but limited range of the core radius, as observed in

Figures 22 and 23. A larger difference between the initial and threshold inversions results

in a smaller value of the final inversion and thus more energy in the output pulse, which
is proportional to the difference between the initial and final inversions. Minimum pulse

width also occurs within a more limited part of this region resulting in a narrower range

of optimum core radius for maximum peak output power in contrast to a broader region

of maximum pulse energy.

3. Maximum Output Power

A plot of peak output power as a function of core radius is shown in Figure 24. The

parameter used in the family of curves is the index difference between the core and cladding

regions which is assurned to be the same for both the pump and signal wavelengths. The

pump power coupled into the fiber is 60 mW and the output coupler transmission is taken
to be 1% while the total round-trip cavity loss is 5% for the high-Q state. The fiber length

is 8 mm with an absorption coefficient of 0.6 cm - 1 at the pump wavelength.

The values of the index difference used for the three curves are 0.001, 0.005, and 0.010.
All of the curves approach zero as the core radius is decreased for core radii near zero. This
corresponds to the fact that as the core volume shrinks toward zero the pump and signal

fields extend into the passive cladding where there is no interaction between them. As
the core radius is increased the effective gain (which is intensity dependent) is decreased;U 62
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when the initial inversion no longer exceeds the threshold inversion, no laser oscillation
can occur. Thus, an optimum core radius exists which maximizes the peak power in the

output pulse.

This behavior is indeed observed in Figure 24. For an index difference of 0.005 between

the core and the cladding the optimum value of the core radius is about 11 pm. Increasing

the index difference results in a slightly higher peak power since more of the pump and

signal fields reside in the core region. Also, increasing the index difference shifts the

optimum value of the core radius toward shorter core radii (the peak power occurs near
optimum energy density, which itself is a function of the fiber V number, not of the core
radius alone). In this particular configuration, and with a proper choice of fiber parameters,

peak powers in excess of 200 W can be generated with a pump power level of only 60 mW.

Note that the fiber diameter which optimizes the peak output power for this case is in the

range of 5-20 pm, which is similar to the requirement for optimum operation of a cw laser

of the same material.

A plot of the peak power obtained for a pump wavelength of 808 nm is presented in
Figure 25. For direct comparison with argon laser pumping the same input power is as-

sumed (60 mW). The curves are also plotted for three different values of the core/cladding

index difference, as done previously. The same general behavior is observed. The peak

output power is now on the order of I kW compared to 240 W for argon laser pumping.

This improvement is due largely to the much larger absorption coefficient at XP - 808 nm
(4 cm - 1 ). Scaling the input pump power to that typically available from single transverse

mode laser diodes (15 mW) results in a peak output power around 125 W. The maximum

permissible core radius extends out to past 200 pm compared to just past 100 pm for

argon laser pumping because of the higher gain per unit pump intensity achievable with
808 nm pumping.

4. Output Pulse Energy

Pulse energy verses core radius is plotted in Figure 26 for an index difference of 0.005
between the core and the cladding. For small values of the core radius the energy in the
output pulse increases with increasing core radius and quickly levels off at about 0.52 pJ in

the range of 10-60 pm. This is because the energy depends upon the difference between the
initial and final population inversions. The initial inversion rapidly approaches a constant

(maximum) value as explained previously so that the pulse energy stays fairly constant
for a limited but wide range of core radius. At larger core values the threshold inversion

begins to increase quadratically, causing the final inversion to increase until it reaches the
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value of the initial inversion. At this point the initial, final, and threshold inversions are

all equal and no laser oscillation can occur. Note that the region where the peak pulse

energy occurs is much broader than the range of maximum peak output power. This is

caused by an increase in the width of the output pulse, described below.

Much larger pulse energies are obtained for Xp = 808 nm, as shown in Figure 27 for

the same input power and a core/cladding index difference of 0.005. The maximum energy

is on the order of 2 pJ compared to about 0.5 pJ for XP = 0.5145 pm.

5. Pulse Width

The pulse width, plotted in Figure 28 as a function of core radius, is seen to increase

monotonically, and nearly quadratically, over most of the practical operating range. The

pulse width is a relatively weak function of the fiber size as it varies from 4 to 8.5 nsec for

values of the core radius in the range of 2-50 pm. Near the optimum range of operation

(2-20 pm for an index difference of 0.005), it is close to its minimum value (4 nsec). As

the core radius is further decreased from about 2 pm the pulse width goes to infinity.

6. Summary

In this section a general theory of the effects of modal overlap in Q-switched optically

pumped lasers has been developed. When applied to the case of a fiber laser it was shown

that there is an optimum range of operation of the laser in terms of fiber V number (or core

size for a given N.A.), which maximizes the peak output power. This range is V = 4-16

(or a - 5-20 pm for An = 0.005) which is similar to the range of optimum cw operation.

Changing the index difference between the core and cladding regions has only a slight effect

upon the peak power but shifts the optimum range of the core radius a modest amount.

A given set of device and pump beam parameters affects the width of the operating range

S(with respect to core radius). For argon pumping at X= = 0.5145 prn the peak output

power drops to zero at a core radius just under 110 pm for an input power of 60 mW

coupled into the fiber. A pump wavelength of 808 nm extends this region out to about 220

pm for the same input pump power primarily because of the larger absorption coefficient

at this wavelength. Anticipated peak powers are on the order of 100-1000 W.

The pulse energy is nearly independent of the fiber V number over most of the lasing

range while the pulse width increases monotonically over the core range of interest. A

typical value of the pulse width is 4-8 nsec for a practical Nd:YAG fiber laser.

Pumping with a laser diode is found to be superior to argon laser pumping in principle

69



N

LN

:D -

N ~ .
0

L L)

-)
L- -

0 -' L)4--

0

U CE

zy WV
L.L L.LJ J

E 0 C

LLi 0)Inin
00 UI

DD Co0

cuJ

V, CD CD V cu w N CD v

(.Fn) AD63N3 3s-fld

70



Id 
0

LIL

0 F)
2 E-

CE)

0 00

ELa.O
(9r U, 9 

cL.j
CL C:) C) -

71



T. -V-W -- W N-Q 7Y 77-

A ' because it has a lower threshold and higher fractional absorbed power.

The effects of modal overlap in Q-switched fiber lasers is clearly understood and

analytically characterized in terms of tabulated overlap coefficients. Although only the

case of an end-pumped step-index fiber laser with an active core region has been extensively

studied, this theory can easily be applied to other configurations. This includes unguided
lasers as well as waveguide lasers.

II. EVALUATION OF FIBER LASER Q-SWITCHING SCHEMES

A. SWITCHING METHODS

1. Introduction

Now that the effects of fiber, pump, and signal parameters on Q-switched fiber laser

performance have been studied, attention is directed toward an evaluation of switching

$ schemes suitable for a fiber geometry, as reviewed below. Four basic methods will be

discussed, namely mechanical and passive Q-switching, electro-optic Q-switching using an

external crystal (or electro-optic fiber), and internal electro-optic Q-switching using an

active electro-optic material.

2. Mechanical Q-Switching

One of the simplest Q-switching methods involves mounting one of the fiber laser

mirrors on a vibrating mirror assembly. This assembly is used to vibrate the mirror about

an axis perpendicular to the fiber axis in a harmonic manner with some maximum angular

deflection. Only during a small part of the cycle is the mirror aligned properly with the

fiber laser cavity axis to allow laser oscillation and pulse generation to occur. During the

-.' rest of the cycle the cavity Q is very low, allowing the population inversion to build up.

is Assuming that the mirror is properly aligned when the angular deflection of the mirror
is zero at time t = 0 the motion of the mirror may be described by

= sin(2irft) (71)

where kma is the maximum angular deflection and f the vibration frequency.

Under the condition that oscillation occurs when the mirror is aligned to within 60 of

the condition 0 = 0 for perfect alignment, the switching time 6t (from the off to the on
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state) is approximately given by

6t = 1 (72)

Equation (72) is derived from Equation (71) assuming that 4 is small.
In order to assure that only a single pulse is generated, the vibration frequency must be

fast enough so that the mirror does not remain aligned much longer than some maximum

time interval At,.. This sets a lower limit to f through Equation (72):

fms -1O (73) " '
m - ax 2,rAton

A second requirement is that there be enough time Atoff between the on states (0 =

0) to build up the population inversion near its steady state value. Referring to Equation

(71), this sets an upper limit on the vibration frequency of
1

fmax (74)
2At0 ,,f

These combined requirements restrict the practical vibration frequency range to

b 1 < f < (75)

Omaxz 27rAt 11  2At0 11 (75

Past experience with mechanically chopped Nd:YAG lasers indicates that a switching

time on the order of Aton = 5 psec is enough to generate a single Q-switched pulse, while

cavity alignment normally needs to be achieved to 60 = 0.10. Also, commercially available

vibrating mirrors have a typical maximum angular deflection 'kma: = 20. This yields a

minimum frequency requirement fm. in = 1.6 kHz. As for the maximum frequency limit,

take Atoff = Tf = 236 psec as the minimum off-time needed to excite the laser, which

yields fmax = 2.2 kHz. These approximate figures show that a frequency in the range of
I to 3 kHz should be adequate.

For a typical mirror of length Im along a direction perpendicular to the rotation axis

positioned at a distance dm away from the end of the fiber ',naz must be bounded according

to

0, < sin- (76)

so that the mirror will avoid touching the fiber mounting jig. As an example, consider the

case of a mirror with a transverse dimension of 1 mm located 20 pm from a fiber end-face.

Equation (76) indicates that the maximum deflection of the mirror must not exceed 2.30.
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This method has the advantages of being easy to implement and contributing only

a small added cavity loss during the on state (if switching occurs fast enough). At this

point it is difficult to say whether a frequency of a few kHz will be sufficient for single

. ~ pulse generation. But it should be enough to characterize the general device behavior. It

is considered to be a straightforward next step in the study of 1.064 pm fiber lasers and,

in the next phase of this work, might lead to the first practical demonstration of a pulsed

single crystal fiber laser.

3. Electro-optic Q-Switching

A more attractive approach uses a miniature electro-optic crystal inserted between

the fiber laser and one of the mirrors along with a miniature polarizer. 22 ,23 A typical

arrangement is given in Figure 29. An optical field passing through the polarizer is linearly

polarized according to the polarizer orientation. This field then passes through the electro-

optic crystal, is reflected by the mirror, and once again passes through the crystal before

impinging onto the polarizer. As the field passes through the crystal it is decomposed

into orthogonally polarized components along the principal axes. A voltage of sufficient

magnitude is applied to the crystal in an appropriate orientation to cause a relative phase

shift of 1 radians between the two eigenpolarizations. Upon returning to the polarizer the

optical field has experienced a phase shift of ir radians between its polarization components

so that it is linearly polarized at 900 to the original orientation and is consequently rejected

by the polarizer. Laser oscillation can thus be suppressed in this manner to allow the

population inversion to be pumped well above the threshold level. Momentarily switching

the applied voltage to zero results in returning the cavity to its normal high-Q (low loss)

state, which causes emission of a Q-switched output pulse.

The configuration shown in Figure 29 uses ring electrodes to generate the electric field

along the fiber length. Such electrodes provide a fairly constant voltage across the fiber

cross-section. A significant advantage of this type of electrode is that it does not contribute

any additional loss to the optical field. Another possibility is to deposit transparent

electrodes on the end-races of the electro-optic fiber (or rod). The additional loss from

such electrodes has not yet been evaluated.

The extinction ratio required for a polarizer need not be very high to work efficiently
in a Q-switched device; a value of 10-20 dB should be sufficient. The polarizer transmission
should, however, be as high as possible. Concerning miniature polarizing devices, micro

polarizers consisting of alternate layers of a metal and a dielectric material have been

recently reported in the literature. 22'23 These, and a number of other thin polarizers, may
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prove useful for the present purpose.

An example of this type of device is z-cut KD*P in which the light propagates along
the z axis of the crystal with the electric field applied along the same direction. In this

configuration the light would initially be polarized along the x axis of the crystal and

be decomposed into components polarized along the eigenvectors of the crystal which are
located at +450 and -45° to the x axis. The phase shift between these two components is

given by

/(27rl 3r "E. /7
AO= 2n0r ( E 3-nr63)V (77)

where no is the ordinary index of refraction, Xo is the wavelength in free space, r63 is

the linear electro-optic coefficient, and V is the applied voltage along the length I of the

crystal, which results in the electric field of magnitude E. in this direction. For KD°P at

a wavelength of 1.064 pr, no = 1.4948 and r63 = 25 X 10-12 m/V. A relative phase shift
of f radians is obtained with an applied voltage of 3.2 kV. The rise-time is generally on
the order of 0.5 nsec.

Typical dimensions for such a device would be a 500 pm diameter crystal with a length
of at most a few mm. This crystal would be incorporated into a laser cavity along with

a polarizer and a fiber made of Nd:YAG. The Q-switched laser analysis conducted under
this contract shows that an 8 mm long clad Nd:YAG fiber possessing an index difference
of 0.005 would produce maximum peak output power with a core diameter of about 22

pm.

Since the electric field is applied along the direction of light propagation, the phase
shift is independent of the length of the crystal. It would be preferable to apply the electric

field transversely so that (1) the phase shift would then depend on the ratio of the length
to the transverse dimension which could be quite large for a small crystal, resulting in a

reduction of the switching voltage, and (2) the electrode configuration does not introduce
additional loss to the laser cavity. This type of orientation does not exist in KD*P but is

possible with LiNbO3 .

In LiNbO 3 two configurations can be considered where the light propagates along the
z axis of the crystal. In the first configuration the electric field is applied parallel to the y
axis. The eigenvectors of this system are found to lie along the x and y axes. In the second
configuration the electric field lies along the x axis which results in eigenvectors oriented

at +45 ° and -45° with respect to the x (or y) axis of the crystal. In either situation the

phase difference between orthogonal polarization components is given by17
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S2ir1 3  " 2ir
S no-0 °r22)=YO r jn' r22,d)VO (78)

Here r 22 is the electro-optic coefficient of interest and d is the distance between electrodes.

Figure 30 shows a plot of the voltage necessary to produce a double-pass phase shift of r

radians between the two eigenpolarizations verses the ratio of the length to the diameter

of a LiNbO3 fiber (or small rod). This data was calculated using r22 = 3.4 X 10-12 m/V,

X = 1.064 pim, and no = 2.30. Also, the electrodes are assumed to be deposited directly

onto the fiber (or rod). If this is not the case, the information presented in the figure

is still valid provided that the diameter is interpreted to mean the distance between the

electrodes. A 4 mm IiNbO3 fiber with a diameter of 22 pm will switch with approximately

35 V compared to a switching voltage of 380 V required in a 4 mm long, 250 pm diameter

fiber.

4. Electro-optic Active Material: Nd:LiNbO 3

The above configuration introduces the additional complexity of having to align a

second fiber within the laser cavity. It also increases the overall device length and round-

trip loss. Added losses from coupling to the electro-optic single crystal fiber, as well as

internal fiber losses. may degrade device performance. These undesirable characteristics

may be avoided by simply merging the laser gain of Nd:YAG fibers with the electro-optic

properties of LiNbO3 fibers. This is the case in Nd:LiNbO3 single crystal fibers where the

laser host crystal is itself electro-optic.

Laser action has been demonstrated in bulk Nd:LiNbO 3 by several authors. 24- 2 The

neodynium ion concentration in these crystals was typically 0.5-2.0%. Room temperature

laser oscillation was observed on several lines of the 4F312 --..4I1/2 transition between 1.08

pm and 1.10 pm.

Some of the laser parameters of Nd:LiNbO 3, measured by other authors, are listed in

Table 8. The stimulated emission cross-section of Nd:LiNbO 3 (0.5% doped) is only slightly

lower than that of Nd:YAG at 1.064 pn (1% doped). Its fluorescence lifetime is fairly long

although it is about 2-3 times smaller than that of Nd:YAG. Gain per unit pump power is

expected to be 7-8 times lower in 0.5% Nd:LiNbO 3 than in Nd:YAG. 27

Initially, laser oscillation was obtained only in rods with the geometrical axis perpen-

dicular to the c-axis of the crystal (c __ F, where F is the direction of laser signal propaga-

tion). In these cases the laser signal output was observed to decrease and finally disappear

after about 10 minutes of operation. This behavior was attributed to laser damage in

the crystal due to the high optical intensity at the pump wavelength (XP 753 nm, 6
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Table 8.

Measured Optical Parameters of Nd:LiNbO 3 (c I F)

Fluorescence NLd85 p. 1.0% Nd. )80 pa (2.0% Nd) I

Cross-Section _ _ 1.1 X 10 -11 cm2 L.5% doped)

Fluorescence Linewidth 22 cm-'(X - 1.0846p"mL30 cm -_. 1.0932 L

Scattering Loss do03ed ___0.5%_oped

kW/cm 2).

Optical damage in LiNbO 3 has been known for many years and mechanisms have been

identified that explain its origin. Two standard methods to avoid optical damage are 1)

operate the crystal above a critical temperature (---120* C in LiNbO 3 ) and 2) to propagate

along the c-axis of the crystal. )s explained previously, this last configuration, in which the

optical field propagates along the crystal c-axis with the electric field applied transversely,

is also advantageous because it requires lower switching voltages. Another solution to

the damage problem is to use damage-free LiNbO 3 . A boule of LiNbO 3 that showed no

optical damage when subjected to cw optical intensities ranging up to several hundreds of

kW/cm 2 (near X = 0.5 pm) has recently been grown in China. This damage threshold is

many orders of magnitude above the best results obtained previously. Mass spectroscopy

revealed the presence of several impurities in the crystal, including Mg, halogens, transition

metals, and even Fe28 which %as long thought to be the major cause of damage in LiNbO 3.

Crystal Technology has recently reported the growth of damage-free LiNbO 3.2

Samples have been made available to the Ginzton Laboratory and are expected to be

commercially available soon. Also, single crystal fibers grown from damage-free LiNbO 3

have been successfully grown on the fiber growth station of the Ginzton Laboratory, and

their damage threshold is no,% being evaluated. Doping these fibers with Nd-ions would

then proceed in a straightforward manner using a method previously demonstrated here

with CaSc2() 4.' 0

More recently, laser action in Nd:LiNbO3 has been achieved in the cliF configuration.2 9

It % as found that in previous attempts stimulated emission was inhibited by (TV radiation

from the pump lamp. Pulsed laser operation in cJ(F Nd:LiNbO 3 has been observed at

X -- 1.09321im using (1'-filtered pump lamps with a threshold only about 70 0 larger

than in the c I F configuration. In this mode, the crystal suffers no optical damage from

the pump, and the r22 electro-optic coefficient can be iised for signal modulation. It is not I
clear, however, %lhy cw laser operation has not yet been reported in the cliF configuration.
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5. Passive Q-Switching

Passive Q-switching is another potential scheme for Q-switching a fiber laser. It has

the advantage over other methods of not requiring any applied voltage nor any polarizer

so that a much simpler design is possible. A simple demonstration of this type of device

would be to place a thin film of a saturable absorber (such as a dye solution) between a

fiber end and mirror (the dye solution would be held by surface tension). When the fiber

laser is optically pumped the saturable absorber is initially opaque to the signal field that

would otherwise be circulating in the cavity. Since the absorption coefficient of the dye is a

function of the optical field intensity, as the optical intensity I is increased the absorption

coefficient decreases from its unsaturated value ao according to21

= - - (79)
i+L

where I, is the saturation intensity of the dye. Initially, the dye absorption coefficient is

equal to the large value of ao so that no laser oscillation can occur. During pumping the

population inversion increases until the gain equals the loss in the cavity, i.e. when

nit
2at + (1 - = Nb80)

flt,j

Here t is the thickness of the dye film, 61 is the cavity loss not including the absorption

of the dye, nin is the population inversion at the onset of laser oscillation, 6i is the total

cavity loss for the ith transverse mode under normal conditions (high-Q state), and nj,, is

the cw laser threshold inversion for a total loss equal to 6i in the cavity. N is the ratio of
the initial to threshold inversions. Since nt,i is proportional to 6i, Equation (80) is observed

to be independent of the total loss bi .

At this point the laser intensity begins to increase while the dye loss starts to decrease

according to Equation (79). Laser rate equations show that after some build-up time the

signal intensity circulating inside the cavity reaches its maximum value given by 2'

km = (m (81)

T, A.,ffJ

Here Aef is the effective area over which the power is distributed and Pimaz is the peak

power of the output pulse given by Equation (55). The factor of 2 stems from th. fact

that the intensity which saturates the absorption is the sum of the counterpro, agating

intensities in the laser cavity. Note that Equation (81) assumes that the laser is operating

in a single transverse mode (not necessarily the lowest order mode).
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Table 9.

Properties of Some 1.064 pm Saturable Absorbers

Dye Eastman #9740 Eastman #9860 Eastman #14015

I. (MW/crn2 )  40 56 50

TD (psec) 8.3 9.3 1000

Stability I Averaje Average Excellent

The residual dye loss corresponding to this maximum intensity is

= 2t (82)1+ .

where the total loss 6i is related to b5b and 61 by

*= 61+ b (83)

From Equation (82) it is apparent that in order to minimize the residual dye absorption
it is necessary that 2 .<< I which in turn translates into the requirement that the

laser emission cross- section al must be much smaller than the dye absorption cross-section.
Another prerequisite for a saturable absorber, necessary for repeated Q-switching of the

laser, is that the dye solution be photochemically stable.

For a given set of device parameters Equation (80) can be used to calculate the required

unsaturated loss factor a0 t for a given pump power level. Equations (81) and (82) form

a system of coupled equations which can be solved numerically to yield the residual loss
6b of the dye when it is bleached with the maximum intensity. The total loss 6i is then
found from Equation (83) which allows the peak power in the output pulse to be calculated

(Equation (55)).
Only a few saturable absorbers are available that absorb light in the vicinity of 1.064

pm. Some of these are listed in Table 0 along with some data taken from the literature.

Included is the recovery time from the bleached to the unbleached state.

Consider an 8 mm long Nd:YAG fiber laser with a diameter of 22 pm and a

core/cladding index difference of 0.005 operating at a wavelength of 1.064 pm. For an

input pump power of 60 mrW coupled into the fiber (X = 0.5145 pm) and a loss bi = 0.05

the required unsaturated loss factor is found to be 1.97 and the residual loss is 0.164 (total

loss is then 0.211). The initial population inversion ni at the onset of laser action is about

N = 18.6 times the threshold inversion (nt,i = 7.15 X 1011).
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Peak output power from this device (with T, = 0.01) under the stated operating

conditions is approximately 200 W corresponding to a maximum intensity of 2.2 GW/cm 2

(making the approximation that the field is fairly uniform over the entire core of the fiber).

This intensity level is below the surface damage threshold in Nd:YAG which is on the

order of 10's of GW/cm 2 . This example assumes that Eastman #14015 dye is used as the

saturable absorber (1, - 50 MW/cm 2).

The behavior of the initial and threshold population inversions as a function of pump

power is shown in Figure 31. As the pump power is increased the threshold inversion

decreases rapidly at first and then begins to level off at higher pump powers (total bleaching

of the dye). The initial inversion increases linearly with increasing pump power.

The unsaturated loss coefficient and the residual loss corresponding to the peak

intensity are plotted in Figure 32 for pump powers up to 100 mW coupled into the fiber.

These curves are similar to those shown in Figure 31. This is because the unsaturated

loss coefficient is proportional to N, (and thus to the pump power) while the threshold

inversion is a linear function of the residual loss.

Peak output power as a function of pump power is presented in Figure 33. The peak

power is observed to vary almost linearly with pump power.

B. COMPARISON OF SWITCHING METHODS

Both active and passive methods of Q-switching have been considered in this section.

All have been found to be feasible for use with a fiber although some methods are more

desirable than others for various reasons. Mechanical Q-switching may lead to an early

demonstration of a pulsed fiber laser as would a passive scheme using a saturable absorber

but these methods would limit the practical usefulness of such devices. In particular,
mechanical Q-switching recluires a vibrating mirror assembly be brought in close proximity

to a fiber end-face. This would tend to hinder efforts to miniaturize the device. Limited
dye lifetimes would naturally lead to shorter overall lifetimes for the pulsed lasers that

used this method.
An electro-optic Q-switching scheme partially overcomes these difficulties and allows

for the possibility of the electro-optic crystal to be implemented in a fiber format, com-

patible with the laser host. geometry. The disadvantage of this method is that an external

fiber would have to be aligned with the laser host fiber although butt-coupling the two

fibers may minimize this problem. A laser host material that. is itself electro-optic, such

as Nd-doped LiNbO 3, overcomes this problem entirely although both methods suffer from

the disadvantage of requiring a polarizer. Miniature polarizers have been reported in the
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literature but their eventual usefulness for pulsed fiber laser applications has yet to be

assessed.

C. RECOMMENDATIONS

At this time it appears that the most appealing choice for Q-switching a fiber laser is

the use of the combined active and electro-optic properties of a fiber of Nd-doped (c-axis)

LiNbOs. Such a device is self-contained and therefore eliminates the need to align an

additional crystal modulator. These fibers have already been grown on the same fiber

growers that produce the Nd:YAG fibers for this contract. The emission wavelength from

such a device will be only slightly different from the 1.064 pm line of Nd:YAG. A study of

the emission spectrum from this little-known material as well as an experimental evaluation

of the electro-optic effect in both doped and undoped LiNbO3 fibers should probably

precede device work.

In view of the relatively high (and fixed) switching voltage of KD*P this material is

not considered as an attractive candidate for a fiber laser Q-switch. A vibrating mirror

and/or passive Q-switching with a saturable absorber will also be of immediate interest

to study pulsed Nd:YAG fiber lasers in parallel with the evaluation of electro-optic fibers

which may eventually be used as fiber laser Q-switches.

Ill. CONCLUSION

The work performed under this contract resulted in the successful demonstration
of laser action in 170 pm and 80 pm diameter Nd:YAG single crystal fibers using an

argon ion laser as a pump source (X, = 0.5145 pm). Thresholds as low as 12 mW and

slope efficiencies of 22.3%, i.e., less than a factor of two below optimum value, have been

observed. Losses inferred from laser measurements were lower for these fibers than for the

fibers used in earlier work at X = 1.064 pm. This attests to the higher quality of the new

set of fibers, due to an improved diameter control. The measured value of or = 0.67 X 10 - I1

cm 2 for the gain cross-section of these fibers agrees well with measured bulk laser data at

1.32 pm.

Fiber processing was advanced to the point where individual fiber lasers are now

produced using a new high temperature epoxy. In the near future this may allow for a

good quality thin film deposition directly onto the fiber end-faces. Capillary tubes used in

the construction of these devices allowed for good tolerances to be obtained in polishing

the en i-faces of the fiber perpendicular to the fiber axis. Techniques developed here will
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pave the way for the development of practical single crystal fiber devices such as stabilized

sources and monolithic lasers.

Under the present contract a theoretical model of the interaction of the pump and
signal fields in a pulsed fiber laser has also been developed. A range of the core radius

has been shown to exist which maximizes the peak power and energy of the optical pulse
emitted by the laser while minimizing the pulse width. Results were obtained for both

argon laser and laser diode pumped Nd-YAG fiber lasers.

A variety of standard Q-switching methods were evaluated in order to determine their
suitablity for use with a fiber laser. A detailed investigation was made of each method

and examples of possible designs using these techniques included to illustrate the features
offered by each of them.

This work is an important first step in the development of pulsed fiber laser systems.

Future work in this area should primarily include an experimental feasibility study of some

of the Q-switching techniques discussed here. This should include a study of miniature

polarizers which are important in a scheme involving an electro-optic material. A promising

material for such an application is damage-free LiNbO3 . Characterization of the electro-
optic and optical properties of this material should precede or parallel the development of

electro-optically Q-switched fiber lasers.
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